BS 7164 :
Section 28.2 :
1990

ISO 8053 : 1986

Chemical tests for raw
and vulcanized rubber

Part 28. Methods for determination of copper content

Section 28.2 Photometric method

AN
‘
) OILULLIT
Lo octimant Sharing Bl
NO COPYING WITHOUT BSI PERMISSION EXCEPT AS PERMITTED BY COPYRIGHT LAW
British Standards

Full document details: BS 7164-28-28.2:1990

b


http://www.avadocuments.com/doc/bs-7164-28-28-2-1990
http://www.avadocuments.com/doc/bs-7164-28-28-2-1990

BS 7164 : Section 28.2 : 1990
—

Committees responsible for this
British Standard

The preparation of this British Standard was entrusted by the Rubber
Standards Policy Committee (RUM/-) to Technical Committee RUM/37, upon
which the following bodies were represented:

Institute of Water and Environmental Management
Laboratory of the Government Chemist

Ministry of Defence

Royal Society of Chemistry

Rubber and Plastics Research Association

This British Standard, having
been prepared under the
direction of the Rubber

Standards Policy Committee, Amendments issued since publication
was published under the
authority of the Board of BSI Amd. No. Date Text affected

and comes into effect on
31 July 1990
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