BS 7164 :
Part 9 : 1990
ISO 7781 : 1986

Chemical tests for raw
and vulcanized rubber

Part 9. Method for determination of
soap and organic acid content in raw
styrene-butadiene rubber

1 b
NO COPYING WITHOUT BSI PERMISSION EXCEPT AS PERMITTED BY COPYRIGHT LAW et
E———————— BitiSh Standards

Full document details: BS 7164-9:1990


http://www.avadocuments.com/doc/bs-7164-9-1990
http://www.avadocuments.com/doc/bs-7164-9-1990

BS 7164 : Part 9 : 1990

Committees responsible for this
British Standard

The preparation of this British Standard was entrusted by the Rubber
Standards Policy Committee (RUM/-) to Technical Committee RUM/37, upon
which the following bodies were represented:

Institute of Water and Environmental Management
Laboratory of the Government Chemist

Ministry of Defence

Royal Society of Chemistry

Rubber and Plastics Research Association

This British Standard, having
been prepared under the
direction of the Rubber
Standards Policy Committee,

was published under the Amendments issued since publication
authority of the Board of BSI
and comes into effect on Amd. No. Date Text affected

30 September 1990

© BSI 1990

The following BSI references
relate to the work on this
standard:

Committee reference RUM/37
Draft for comment 84/41021 DC

ISBN 0 580 18938 4

Documents

Document Sharing Hub

Full document details: BS 7164-9:1990


http://www.avadocuments.com/doc/bs-7164-9-1990
http://www.avadocuments.com/doc/bs-7164-9-1990

BS 7164 : Part 9 : 1990

;

Contents

Committees responsible
National foreword

Page
Inside front cover
ii

Method

Scope and field of application

References

Principle

Reagents

Apparatus

Procedure for determination of soap content
Procedure for determination of organic acid content
Expression of results

Test report

S O IR W N -

CLO DN DD = = = = =

Annex
Test for rosin

Documents

Full document details: BS 7164-9:1990

Document Sharing E-Iub


http://www.avadocuments.com/doc/bs-7164-9-1990
http://www.avadocuments.com/doc/bs-7164-9-1990

