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Committees responsible for this 
British Standard

The preparation of this British Standard was entrusted to Technical 
Committee CH/18, Surgical implant materials, upon which the following 
bodies were represented:

Association of British Health-Care Industries
British Industrial Ceramic Manufacturers Association
British Iron and Steel Producers Association
British Medical Association
British Orthopaedic Association
British Surgical Trades Association
Department of Health
National Physical Laboratory
Royal College of Surgeons of England
Royal Veterinary College
Scottish Office
Surgical Dressings Manufacturers Association

The following bodies were also represented in the drafting of the standard, 
through subcommittees and panels:

British Dental Association
British Investment Casting Trade Association
Confederation of British Forgers
Institute of Sterile Services of England
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National foreword

This British Standard has been prepared by Technical Committee CH/18. It is 
identical with ISO 13782:1996 Implants for surgery — Metallic materials — 
Unalloyed tantalum for surgical implant applications, published by the 
International Organization for Standardization (ISO).
Cross-references
The Technical Committee has reviewed the provisions of ISO 6892 and ISO 643 
to which reference is made in the text, and has decided that they are acceptable 
for use in conjunction with this standard. A related British Standard to ISO 643 
is BS 4490.
Product certification. Users of the British Standard are advised to consider the 
desirability of third party certification of product conformity with this British 
Standard, based on testing and continuing product surveillance, which may be 
coupled with assessment of a supplier’s quality system against the appropriate 
standard in the BS EN ISO 9000 series.
Enquiries as to the availability of third party certification will be forwarded by 
BSI to the Association of Certification bodies. If a third party certification scheme 
does not already exist, users should consider approaching an appropriate body 
from the list of Association members.
A British Standard does not purport to include all the necessary provisions of a 
contract. Users of British Standards are responsible for their correct application.

Compliance with a British Standard does not of itself confer immunity 
from legal obligations.

Summary of pages
This document comprises a front cover, an inside front cover, pages i and ii, 
the ISO title page, pages ii to iv, pages 1 and 2 and a back cover.
This standard has been updated (see copyright date) and may have had 
amendments incorporated. This will be indicated in the amendment table on the 
inside front cover.
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