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Committees responsible for this
British Standard

The preparation of this British Standard was entrusted by the Healthcare
Standards Policy Committee (HCC/-) to Technical Committee HCC/18, upon
which the following bodies were represented:

Association of British Health-care Industries

British Forging Industry Association

British Industrial Ceramic Manufacturers’ Association
British Institute of Surgical Technologists

British Investment Casting Trade Association

British Medical Association

British Orthopaedic Association

British Steel Industry

British Surgical Trades Association

Department of Health

Department of Trade and Industry (Laboratory of the Government Chemist)
Royal College of Surgeons of England

Royal Veterinary College

Scottish Office

Sterilised Suture Manufacturers’ Association

Surgical Dressings Manufacturers’ Association

The following bodies were also represented in the drafting of the standard
through subcommittees and panels:

British Dental Association
Institute of Sterile Services Management

This British Standard, having

been prepared under the

direction of the Healthcare

Standards Policy Committee,

was published under the

authority of the Standards

Board and comes Amendments issued since publication
into effect on

15 January 1994 Amd. No. Date Comments

© BSI 06-1999

8903 November Indicated by a sideline in the margin
1995
The following BSI references
relate to the work on this
standard:

Committee reference HCC/18
Draft for comment 92/54259 DC

ISBN 0 580 26672 7 Documents

|~ A~ A~ A" 1}

Document Sharing Hub

Full document details: BS 7252-2:1994


http://avadocuments2026.com/doc/bs-7252-2-1994
http://avadocuments2026.com/doc/bs-7252-2-1994

BS 7252-2:1994

Contents

Committees responsible
National foreword

Page
Inside front cover
i1

Introduction

Scope

Normative references
Chemical composition
Microstructure
Mechanical properties
Test methods

S O & W N~

Table 1 — Chemical composition
Table 2 — Mechanical properties
Table 3 — Test methods

DN DN DN e e

List of references

Inside back cover

Documents

© BSI 06-1999

Full document details: BS 7252-2:1994

Document Sharing H%Ib


http://avadocuments2026.com/doc/bs-7252-2-1994
http://avadocuments2026.com/doc/bs-7252-2-1994

