BRITISH STANDARD 1139391252-5:

ISO 5832-5:
1993

Incorporating
Amendment No. 1

Metallic materials for
surgical implants —

Part 5: Specification for wrought
cobalt-chromium-tungsten-nickel alloy

UDC 616-089.843:615.465:669.255’26'27°24-13

. e, @
LA Wi =—
G, e

NO COPYING WITHOUT BSI PERMISSION EXCEPT AS PERMITTED BY COPYRIGHT LAW
Y\ W

Document Sharing Hub

Full document details: BS 7252-5:1994


http://www.avadocuments.com/doc/bs-7252-5-1994
http://www.avadocuments.com/doc/bs-7252-5-1994

BS 7252-5:1994

Committees responsible for this
British Standard

The preparation of this British Standard was entrusted by the Healthcare
Standards Policy Committee (HCC/-) to Technical Committee HCC/18, upon
which the following bodies were represented:

Association of British Health-care Industries

British Forging Industry Association

British Industrial Ceramic Manufacturers’ Association
British Institute of Surgical Technologists

British Investment Casting Trade Association

British Medical Association

British Orthopaedic Association

British Steel Industry

British Surgical Trades Association

Department of Health

Department of Trade and Industry (Laboratory of the Government Chemist)
Royal College of Surgeons of England

Royal Veterinary College

Scottish Office

Sterilised Suture Manufacturers’ Association

Surgical Dressings Manufacturers’ Association

The following bodies were also represented in the drafting of the standard
through subcommittees and panels:

British Dental Association
Institute of Sterile Services Management

This British Standard, having
been prepared under the
direction of the Healthcare
Standards Policy Committee,
was published under the Amendments issued since publication
authority of the Standards

Board and comes into effect on

15 January 1994 Amd. No.

Date Comments

© BSI 12-1998 8904 November Indicated by a sideline in the margin
1995

The following BSI references
relate to the work on this
standard:

Committee reference HCC/18
Draft for comment 92/54260 DC
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