£

BSI BSx7252: *PARTx9 01 BM 1L24bb9 05120LL 131 N

BRITISH STANDARD

Metallic materials for
surgical implants

Part 9. Specification for high-nitrogen
stainless steel

UDC 616-089.843 : 615.465 : 669.14.018.8

NO COPYING IN ANY FORM WITHOUT WRITTEN PERMISSION FROX BSI

Full document details: BS 7252-9:1990

BS 7252 :
Part 9 : 1993
ISO 5832-9 :
1992

ST



http://www.avadocuments.com/doc/bs-7252-9-1990
http://www.avadocuments.com/doc/bs-7252-9-1990

BSI BSx7?252: xPARTx9 0} ER 1k24bk9 05120L7 078 W
BS 7252 : Part 9 : 1993

Committees responsible for this
British Standard

The preparation of this British Standard was entrusted by the Health Care
Standards Policy Committee (HCC/-) to Technical Committee HCC/18, upon
which the following bodies were represented:

Association of British Health-care Industries

British Forging Industry Association

British Industrial Ceramic Manufacturers’ Association
British Institute of Surgical Technologists

British Investment Casting Trade Association

British Medical Association

British Orthopaedic Association

British Steel Industry

British Surgical Trades Association

Department of Health

Department of Trade and Industry (Laboratory of the Government Chemist)
Royal College of Surgeons of England

Royal Veterinary College

Scottish Office

Sterilised Suture Manufacturers’ Association

Surgical Dressings Manufacturers’ Association

The following bodies were also represented in the drafting of the standard,
through subcommittees and panels:

British Dental Association
Institute of Sterile Services Management

This British Standard, having
been prepared under the
direction of the Health Care
Standards Policy Committee,

was published under the Amendments issued since publication
authority of the Standards
Board and comes into effect on Amd. No. Date

15 February 1993
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The following BSI references
relate to the work on this
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Product certification. Users of this British Standard are advised to consider the
desirability of third party certification of product conformity with this British
Standard based on testing and continuing surveillance, which may be coupled
with assessment of a supplier’s quality systers against the appropriate Part of
BS 5750.

Enquiries as to the availability of third party certification schemes will be
forwarded by BSI to the Association of Certification Bodies. If a third party
certification scheme does not already exist, users should consider approaching an
appropriate body from the list of Association members.

Compliance with a British Standard does not of itself confer immunity from
legal obligations.
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