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British Cement Association
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The following bodies were also represented in the drafting of the standard, 
through subcommittees and panels:

Department of the Environment (Building Research Establishment)
Institution of Civil Engineers

Amendments issued since publication

Amd. No. Date Comments

6956 February 
1992

Indicated by a sideline in the margin

Full document details: BS 7295-2:1990

http://www.avadocuments.com/doc/bs-7295-2-1990
http://www.avadocuments.com/doc/bs-7295-2-1990


BS 7295-2:1990

© BSI 07-1999 i

Contents

Page
Committees responsible Inside front cover
Foreword ii
1 Scope 1
2 Definitions 1
3 Material 1
4 Requirements for coating 1
5 Requirements for patching materials 1
Appendix A Test methods for coatings 2
Figure 1 — Drop type impact test device for coatings 2
Publication(s) referred to Inside back cover

Full document details: BS 7295-2:1990

http://www.avadocuments.com/doc/bs-7295-2-1990
http://www.avadocuments.com/doc/bs-7295-2-1990

