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Foreword

This British Standard has been prepared under the direction of the Textiles and
Clothing Standards Policy Committee.

Whilst BS 6157 specifies requirements for industrial sewing threads made wholly
or partly from synthetic fibres, this standard introduces requirements for ranges
of industrial sewing threads made from linen or cotton.

Information specifically required by the Ministry of Defence (MoD) is given in
appendix A.

At the time of publication of this British Standard, no corresponding
international standard exists.

Product certification. Users of this British Standard are advised to consider the
desirability of third party certification of product conformity with this British
Standard based on testing and continuing surveillance, which may be coupled
with assessment of a supplier’s quality systems against the appropriate Part of
BS 5750.

Enquiries as to the availability of third party certification schemes will be
forwarded by BSI to the Association of Certification Bodies. If a third party
certification scheme does not already exist, users should consider approaching an
appropriate body from the list of Association members.

Compliance with a British Standard does not of itself confer immunity from
legal obligations.
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