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Committees responsible for this
British Standard

The preparation of this British Standard was entrusted by the Non-ferrous
Metals Standards Policy Committee (NFM/-) to Technical Committee NFM/35,
upon which the following bodies were represented:

Aluminium Federation

Aluminium Stockholders’ Association

Association of Light Alloy Refiners Limited

Department of Trade and Industry (Minerals and Metals Division)
Light Metal Founders’ Association

Magnesium Industry Council

Royal Institute of British Architects

Society of Motor Manufacturers and Traders Limited

The following bodies were also represented in the drafting of the standard,
through subcommittees and panels:

British Cable Makers’ Confederation
Electricity Supply Industry in England and Wales

This British Standard, having
been prepared under the
direction of the Non-ferrous
Metals Standards Policy
Committee, was published under ~Amendments issued since publication
the authority of the Board of BSI
and comes into effect on Amd. No. Date Text affected
30 November 1990
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The following BSI references
relate to the work on this
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Scope

Values for hard-drawn aluminium wire
Material

Freedom from defects

Diameter and tolerance on diameter
Length and tolerance on length
Joints

Sampling

Place of testing

Mechanical tests

Resistivity test

Certificate of compliance
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