BRITISH STANDARD BS 7368:1990

Specification for

Babies’ elastomeric
feeding bottle teats
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Committees responsible for this
British Standard

The preparation of this British Standard was entrusted by the Consumer and
Contract Goods Standards Policy Committee (CCM/-) to Technical Committee
CCM/42, upon which the following bodies were represented:

Association for Consumer Research (ACRE)

Association of Public Analysts

British Paediatric Association

British Retailers’ Association

British Rubber Manufacturers’ Association

Child Accident Prevention Trust

Consumer Policy Committee of BSI

Department of Health

Department of Trade and Industry (Laboratory of the Government Chemist)
Department of Trade and Industry (Consumer Safety Unit, CA Division)
Health Visitors’ Association

Ice (Ergonomics)

Infant and Dietetic Foods Association

Institute of Trading Standards Administration

Malaysian Rubber Producers’ Research Association

Royal College of Nursing

Royal Society for the Prevention of Accidents

Society of Public Health

This British Standard, having
been prepared under the
direction of the Consumer and
Contract Goods Standards Policy
Committee, was published under
the authority of the Board of BSI
and comes into effect on
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