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Foreword

This British Standard has been prepared by Technical Committee FME/9 to provide
Part of a series of standards on requirements for coatings on metals fasteners.

WARNING. This British Standard calls for the use of substances and/or procedures
that may be injurious to health if adequate precautions are not taken. It refers only to
technical suitability and in no way absolves the supplier or the user from statutory
obligations relating to health and safety at any stage of manufacture or use.

Compliance with this British Standard does not of itself confer immunity
from legal obligations.
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