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Committees responsible for this
British Standard

The preparation of this British Standard was entrusted by Technical
Committee GEL/20, Electric cables, to Subcommittee GEL/20/3, Insulation
and sheath, upon which the following bodies were represented:

Association of Consulting Engineers

British Approvals Service for Cables

British Cable Makers Confederation

British Plastics Federation

British Railways Board

British Rubber Manufacturers’ Association Ltd.
British Telecommunications plc

Department of Trade and Industry (Consumer Safety Unit, CA Division)
Electricity Association

ERA Technology Ltd.

GAMBICA (BEAMA Ltd.)

London Underground Ltd.

Ministry of Defence

Queen Mary and Westfield College
Telecommunications Cables Group of BCMC
Warrington Fire Research Centre

This British Standard, having
been prepared under the
direction of the Electrotechnical
Sector Board, was published
under the authority of the
Standards Board and comes
into effect on

15 October 1997

© BSI 10-1999 Amendments issued since publication

First published April 1993
Second edition October 1997 Amd. No. Date Comments

The following BSI references
relate to the work on this
standard:

Committee reference GEL/20/3
Draft for comment 96/213358 DC
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Table 1 — Types of harmonized elastomeric sheath
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Table 2 — Test requirements
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