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Committees responsible for this
British Standard

The preparation of this British Standard was entrusted by Technical Committee
GEL/15, Insulating material, to Subcommittee GEL/15/3, Material specifications,
upon which the following bodies were represented:

Adhesive Tape Manufacturers’ Association
BEAMA Capacitor Manufacturers’ Association
British Rubber Manufacturers’ Association Ltd.
Covered Conductors Association

Department of Trade and Industry (National Physical Laboratory)
Diamond Fibre Co. Ltd.

ERA Technology Ltd.

Mica Trade Club

Ministry of Defence

Paper Federation of Great Britain

Royal Society of Chemistry

This British Standard, having
been prepared under the
direction of the Electrotechnical
Sector Board, was published
under the authority of the
Standards Board and comes into

effect on
15 July 1995 Amd. No. Date Text affected

Amendments issued since publication
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The following BSI references
relate to the work on this
standard:

Committee reference GEL/15/3
Draft announced in BSI News
April 1995
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National foreword

This Part of BS 7809 has been prepared by Subcommittee GEL/15/3. It is identical with
ISO 1068-2 : 1991, Specification for polyester fibre woven tapes Part 2 : Methods of test
published by the International Electrotechnical Commission (IEC).

Cross-references

The Technical Committee has reviewed the provisions of ISO 5081 : 1977 and ISO 5084 :
1977, to which normative reference is made in the text, and has decided that they are
acceptable for use in conjunction with this standard.

Compliance with a British Standard does not of itself confer immunity from
legal obligations.
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