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Committees responsible for this
British Standard

The preparation of this British Standard was entrusted by Technical Committee
GEL/15, Insulating material, to Subcommittee GEL/15/3/1 Ceramics and glass, upon
which the following bodies were represented:

Department of Trade and Industry (National Physical Laboratory)
ERA Technology Ltd.

This British Standard, having
been prepared under the
direction of the Electrotechnical
Sector Board, was published
under the authority of the
Standards Board and comes into

effect on
15 July 1995 Amd. No. Date Text affected
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National foreword

This Part of BS 7810 has been prepared by Subcommittee GEL/15/3/1. It is identical
with IEC 1067-2 : 1992, Specification for glass and glass polyester fibre woven tapes
Part 2 : Methods of test published by the International Electrotechnical Commission
(IEC).

Cross-references

Publication referred to Corresponding British Standard

IEC 212: 1971 BS 2844 : 1972 Memorandum on conditioning of solid
electrical insulating materials prior to and during testing
(Technically equivalent)

The Technical Committee has reviewed the provisions of ISO 5081 : 1977 and ISO 5084 :
1977, to which normative reference is made in the text, and has decided that they are
acceptable for use in conjunction with this standard.

Compliance with a British Standard does not of itself confer immunity from
legal obligations.

Documents

Document Sharing Hub

i
Full document details: BS 7810-2:1995


http://www.avadocuments.com/doc/bs-7810-2-1995
http://www.avadocuments.com/doc/bs-7810-2-1995

