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National foreword

This Part of BS 7811 has been prepared by Subcommittee GEL/15/2. It is
identical with IEC 544-4 : 1985, Guide for determining the effects of ionizing
radiation on insulating materials Part 4 : Classification system for service in
radiation environments, published by the International Electrotechnical
Commission (IEC).

Cross-references

Publications referredto  Corresponding British Standard

IEC 93 : 1980 BS 6233 : 1982 Methods of test for volume resistivity and
surface resistivity of solid electrical insulating materials
IEC 167 : 1964 BS 903 Physical testing of rubber
Part C5 : 1992 Determination of insulation resistance
IEC 212 : 1971 BS 2844 : 1972 Memorandum on conditioning of solid
electrical insulating materials prior to and during
testing
IEC 544-1: 1994 BS EN 60544 Electrical insulating materials.

Determination of the effects of ionizing radiation
Part 1 : 1995 Radiation interaction and dosimetry

IEC 544-2 : 1991 BS 7811 Guide for determining the effects of ionizing
radiation on insulating materials
Part 2 : 1995 Procedures for irradiation and test

IEC 815 : 1991 BS 903 Physical testing of rubber
Part A6 : 1992 Method for determination of compression
set at ambient, elevated, or low temperatures

ISO 178 : 1993 BS 2782 Methods of testing plastics
Part 3 Mechanical properties
Method 335A : 1993 Determination of flexural properties
ISO 179 : 1993 Method 359 : 1993 Determination of Charpy impact
strength
ISO 868 : 1985 Method 365B : 1992 Determination of indentation

hardness by means of a durometer (Shore hardness)

Compliance with a British Standard does not of itself confer immunity from
legal obligations.
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