
BRITISH STANDARD BS 7815:1995
IEC 1087:1991

Guide for evaluating 
the discharges from a 
charged surface

Full document details: BS 7815:1995

http://www.avadocuments.com/doc/bs-7815-1995
http://www.avadocuments.com/doc/bs-7815-1995


BS 7815:1995

This British Standard, having 
been prepared under the 
direction of the Electrotechnical 
Sector Board, was published 
under the authority of the 
Standards Board and comes into 
effect on 
15 July 1995

© BSI 10-1999

The following BSI references 
relate to the work on this 
standard:
Committee reference GEL/15
Draft announced in 
BSI News April 1995

ISBN 0 580 24197 1

Committees responsible for this 
British Standard

The preparation of this British Standard was entrusted to Technical 
Committee GEL/15, Insulating material, upon which the following bodies were 
represented:

British Ceramic Research Ltd.
British Industrial Ceramic Manufacturers’ Association
Electrical and Electronic Insulation Association (BEAMA Ltd.)
Electricity Association
Federation of the Electronics Industry
Rotating Electrical Machines Association (BEAMA Ltd.)
Transmission and Distribution Association (BEAMA Ltd.)

Amendments issued since publication

Amd. No. Date Comments

Full document details: BS 7815:1995

http://www.avadocuments.com/doc/bs-7815-1995
http://www.avadocuments.com/doc/bs-7815-1995


BS 7815:1995

© BSI 10-1999 i

Contents

Page
Committees responsible Inside front cover
National foreword ii
1 Scope and object 1
2 Principle of the method 1
3 Test equipment 1
4 Conditioning and preliminary operations 2
5 Test procedure 2
6 Test results 2
7 Acceptance conditions 3
8 Test report 3
Figure 1 — Test specimen and test electrode 3
Figure 2 — Typical trace without discharges 4
Figure 3 — Typical trace with discharges 4
List of references Inside back cover

Full document details: BS 7815:1995

http://www.avadocuments.com/doc/bs-7815-1995
http://www.avadocuments.com/doc/bs-7815-1995

