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AMO 228 

Amendment Slip No. 1, published 21 April, 1969 

to B.S. 785: Part 1 : 1967 
Hot rolled bars and hard drawn wire 

for the reinforcement of concrete 
Part l. Hot rolled steel bars. 

Revised text 

Clause 3. Amend the introductory sentence to read 'The nominal siz.es 
of bars given in Table 1 are the preferred inch sizes.' 

Delete the whole of Table 1 M. 

Clause 13. Delete the whole of Table 4M. 

Amend •note at foot of page 12 to read 'S0 = The original cross­
sectional area of the test piece.' 

Clause 15. Delete the whole of Table SM. 
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• 
B.S. 785 : Part 1 : 1967 

Turs BRITISH STANDARD, having been approved by the 
Iron and Steel Industry Standards Committee and endorsed 
by the Chairman of the Engineering Divisional Council, 
was published under the authority of the General Council 
on 10th March, 1967. 

First published, February, 1938. 
First revision, March, 1967. 

The Institution desires to call attention to the fact that this 
British Standard does not purport to include aU the necessary 
provisions of a contract. 

In order to keep abreast of progress in the industries 
concerned, British Standards are subject to periodical review. 
Suggestions for improvements will be recorded and in due 
course brought to the notice of the committees charged with 
the revision of the standards to which they refer. 

A complete list of British Standards, numbering over 4000, 
fully indexed and with a note of the contents of each, will 
be found in the British Standards Yearbook, price 1 Ss. The 
B.S. Yearbook may be consulted in many public libraries and 
similar institutions. 

This standard makes reference to the following British 
Standard and British Standard Code of Practice : 
B.S. 18. Tensile testing of metals. 
CP 114. Structural use of reinforced concrete in buildings 

(as amended 1965) 

British Standards are revised, when necessary, by the issue either 
of amendment slips or of revised editions. It is important that 
users of British Standards should ascertain that they are in 
possession of the latest amendments or editions. 

The following B.S.I. references relate to the work on this standard : 
Committee reference JSE/9 Draft for comment D63/262 
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