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Foreword 

This Harmonization Document was prepared by a task force under the direction of WG 11 of CENELEC 
TC 20, Electric cables. 

The text of the draft was submitted to the formal vote and was approved by CENELEC as HD 631.2 S1 on 
2007-09-01. 

The following dates were fixed: 

– latest date by which the existence of the HD 
 has to be announced at national level 

 
(doa) 

 
2008-03-01 

– latest date by which the HD has to be implemented 
 at national level by publication of a harmonized 
 national standard or by endorsement 

 
 
(dop) 

 
 
2008-09-01 

– latest date by which the national standards conflicting 
 with the HD have to be withdrawn  

 
(dow) 

 
2010-09-01 

HD 631 will have 4 parts: 

Part 1: Fingerprinting and type tests for resinous compounds 

Part 2: Fingerprinting and type tests for heat shrinkable components for low voltage applications 

Part 3: Fingerprinting for heat shrinkable components for medium voltage applications from 3,6/6 (7,2) kV 
up to 20,8/36 (42) kV 

Part 4: Fingerprinting for cold shrinkable components for low and medium voltage applications up to 
20,8/36 (42) kV 

NOTE   It has been assumed in the preparation of this document that the execution of its provisions will be entrusted to appropriately 
qualified and experienced people, for whose use it has been produced. 

WARNING   This Harmonization Document calls for the use of substances and/or procedures that may be 
injurious to health if adequate precautions are not taken. It refers only to technical suitability and does not 
absolve the user from legal obligations relating to health and safety at any stage. 

__________ 
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1 Scope 

This Harmonisation Document specifies the test methods and requirements for  

a) fingerprinting (as defined in 3.7), 

b) type testing (as defined in 3.8). 

of heat shrinkable components intended to be used for electrical insulation or electrical insulation and 
mechanical protection in cable accessories for low voltage, as defined in EN 50393. 

Fingerprinting and type testing of materials do not have a mandatory link to type testing of accessories. They 
shall be regarded as stand-alone tests, but can be carried out in combination with the accessory type tests. 

NOTE Information on health and safety is given in Annex A. 

2 Normative references 

The following referenced documents are indispensable for the application of this document. For dated 
references, only the edition cited applies. For undated references, the latest edition of the referenced 
document (including any amendments) applies. 

EN 50393, Test methods and requirements for accessories for use on distribution cables of rated voltage 
0,6/1,0 (1,2) kV 

EN 60243-1, Electrical strength of insulating materials — Test methods — Part 1: Test at power frequencies 
(IEC 60243-1) 

EN 60296, Fluids for electrotechnical applications - Unused mineral insulating oils for transformers and 
switchgear (IEC 60296) 

EN 60684-2, Flexible insulating sleeving - Part 2: Methods of test (IEC 60684-2) 

EN 60811-2-1, Insulating and sheathing materials of electric and optical cables – Common test methods – 
Part 2-1: Methods specific to elastomeric compounds – Ozone resistance, hot set and mineral oil immersion 
tests (IEC 60811-2-1) 

HD 429, Methods of test for volume resistivity and surface resistivity of solid electrical insulating materials 
(IEC 60093) 

EN 1426, Bitumen and bituminous binders - Determination of needle penetration 

EN 1465, Adhesives. Determination of tensile lap-shear strength of rigid-to-rigid bonded assemblies 
(ISO 4587, mod.) 

EN ISO 62, Plastics - Determination of water absorption (ISO 62) 

EN ISO 527-2, Plastics - Determination of tensile properties - Part 2: Test conditions for moulding and 
extrusion plastics (ISO 527-2) 

EN ISO 868, Plastics and ebonite - Determination of indentation hardness by means of a durometer (Shore 
hardness) (ISO 868) 

EN ISO 1183 series, Plastics - Method for determining the density of noncellular plastic (ISO 1183 series) 

EN ISO 11358, Plastics - Thermogravimetry (TG) of polymers - General principles (ISO 11358) 

IEC 60050-461, International Electrotechnical Vocabulary – Chapter 461: Electric cables 

ISO 8013, Rubber, vulcanized - Determination of creep in compression 

ISO 11357-3, Plastics - Differential scanning calorimetry (DSC) - Part: 3 Determination of temperature and 
enthalpy of melting and crystallisation 

ASTM E28-99:2004, Standard test methods for softening point of resins derived from naval stores by ring-
and-ball apparatus 
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