
BRITISH STANDARD BS 812-105.2:
1990

Testing aggregates —

Part 105: Methods for determination of 
particle shape —

Section 105.2 Elongation index of coarse 
aggregate

UDC [625.07+691.22]:620.168.36

Full document details: BS 812-105.2:1990

http://www.avadocuments.com/doc/bs-812-105-2-1990
http://www.avadocuments.com/doc/bs-812-105-2-1990


BS 812-105.2:1990

This British Standard, having 
been prepared under the 
direction of the Cement, 
Gypsum, Aggregates and 
Quarry Products Standards 
Policy Committee, was 
published under the authority 
of the Board of BSI and comes 
into effect on 
30 June 1990 

© BSI 12-1998

The following BSI references 
relate to the work on this 
standard: 
Committee reference CAB/2 
Draft for comment 86/10160 DC

ISBN 0 580 18351 3

Committees responsible for this 
British Standard

The preparation of this British Standard was entrusted by the Cement, 
Gypsum, Aggregates and Quarry Products Standards Policy Committee 
(CAB/-) to Technical Committee CAB/2, upon which the following bodies were 
represented:

Aggregate Concrete Block Association
Association of Consulting Engineers
Association of Consulting Scientists
Association of Lightweight Aggregate Manufacturers
Brick Development Association
British Aggregate Construction Materials Industries
British Cement Association
British Ceramic Research Ltd.
British Civil Engineering Test Equipment Manufacturers’ Association
British Geological Sciences
British Precast Concrete Federation Ltd.
British Ready Mixed Concrete Association
British Steel Industry
Building Employers’ Confederation
Calcium Silicate Brick Association Limited
Chartered Institute of Building
Concrete Society
County Surveyors’ Society
Department of the Environment (Building Research Establishment)
Department of the Environment (Property Services Agency)
Department of Transport
Department of Transport (Transport and Road Research Laboratory)
Electricity Supply Industry in England and Wales
Federation of Civil Engineering Contractors
Institute of Concrete Technology
Institution of Civil Engineers
Institution of Highways and Transportation
Institution of Structural Engineers
Institution of Water and Environmental Management (IWEM)
Mortar Producers’ Association Limited
Sand and Gravel Association Limited
Society of Chemical Industry

Amendments issued since publication

Amd. No. Date Comments

Full document details: BS 812-105.2:1990

http://www.avadocuments.com/doc/bs-812-105-2-1990
http://www.avadocuments.com/doc/bs-812-105-2-1990


BS 812-105.2:1990

© BSI 12-1998 i

Contents

Page
Committees responsible Inside front cover
Foreword ii

1 Scope 1
2 Definitions 1
3 Principle 1
4 Sampling 1
5 Apparatus 1
6 Preparation of test portions 1
7 Procedure 1
8 Calculation and expression of results 3
9 Test report 3

Table 1 — Particulars of test sieves 1
Table 2 — Minimum mass of test portion 1
Table 3 — Data for determination of elongation index 3

Figure 1 — Metal length gauge 2

Publications referred to Inside back cover

Full document details: BS 812-105.2:1990

http://www.avadocuments.com/doc/bs-812-105-2-1990
http://www.avadocuments.com/doc/bs-812-105-2-1990

