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B.S. 849 : 1939

Tuis BrITisH STANDARD, having been approved by the
Building Divisional Council, was published under the
authority of the General Council on 22nd May, 1939.

This British Standard was reset in new type in February,
1946. The text is identical with that of previous copies of
the 1939 edition, but the page numbering may not be
identical.

The Institution desires to call attention to the fact that this
British Standard does not purport to include all the
necessary provisions of a contract.

In order to keep abreast of progress in the industries con-
cerned, British Standards are subject to periodical review.
Suggestions for improvements will be recorded and in due
course brought to the notice of the committees charged
with the revision of the standards to which they refer.

A complete list of British Standards, numbering over five
thousand, indexed and cross-indexed for reference, together
with an abstract of each standard, will be found in the
Institution’s Yearbook.

British Standards are revised, when necessary, either by the
issue of amendment slips or revised editions. It is impc~tant
that users of British Standards should ascertain that they
are in possession of the latest amendments or edition.
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AMD 4775

Amendment No. 2
published and effective from 29 March 1985
to BS 849 : 1939

Plain sheet zinc roofing

Revised text and deletions

Front cover. Delete ‘PLAIN SHEET ZINC ROOFING’ and substitute the
following.

‘CODE OF PRACTICE FOR
PLAIN SHEET
ZINC ROOFING’

Title page. Delete ‘BRITISH STANDARD SPECIFICATION’ and substitute
‘BRITISH STANDARD CODE OF PRACTICE FOR’.

Page 2. At the foot of the page, delete ‘NFE/8’ and ‘NFE/8/3’ and substitute
‘NFM/8’.

Contents. Delete the heading ‘PART 1. SPECIFICATION FOR ZINC
SHEETS FOR BUILDING’.

Delete entirely the entries for clauses 1 to 6 that are listed immediately
underneath the entry ‘Foreword’.

Delete the heading ‘PART 2. CODE OF PRACTICE FOR PLAIN SHEET
ZINC ROOFING’ and substitute ‘CODE OF PRACTICE’.

Under the heading ‘APPENDICES’, delete entirely the entry for appendix B.

Delete ‘C. Notes on the use of zinc sheets for roofing’ and substitute
‘B. Notes on the use of zinc sheets for roofing’.

Page 6. Delete the heading ‘PART 1 BRITISH STANDARD SPECIFICATION
FOR ZINC SHEETS FOR BUILDING’ and substitute the following.

‘BRITISH STANDARD CODE OF PRACTICE FOR
PLAIN SHEET ZINC ROOFING’

Delete the heading ‘SPECIFICATION’.
Foreword. In paragraph 1, in line 1, delete ‘specification’.
At the end of the existing text, insert the following new paragraph.

‘Appendix A gives details of the English zinc gauge. Appendix C contains
notes on the use of zinc sheets for roofing. Reference may also be made to
BS 6561 ‘Specification for zinc alloy sheet and strip for building’.’

Clauses 1 to 6 (text immediately following the foreword). Delete entirely the
text and titles of clauses 1 to 6, including the tabulated data in clause Q0cuments

Document Sharing Hub

Full document details: BS 849:1939


http://www.avadocuments.com/doc/bs-849-1939
http://www.avadocuments.com/doc/bs-849-1939

Documents

Document Sharing Hub

Full document details: BS 849:1939


http://www.avadocuments.com/doc/bs-849-1939
http://www.avadocuments.com/doc/bs-849-1939

Page 8. Delete the heading ‘PART 2 BRITISH STANDARD CODE OF
PRACTICE FOR PLAIN SHEET ZINC ROOFING’.

Appendix A. Details cf the English zinc gauge. Delete the text below the
table that begins ‘Sheets 8 zinc gauge . .. >and ends ° . . . corresponding
S.W.G. number.’.

Appendix B. Method of carrying out the bend test. Delete ‘APPENDIX B’
and the text and title of appendix B, including figure 8.

Appendix C. Notes on the use of zinc sheets for roofing. Redesignate this
appendix as appendix B.

Delete the title and text of clause a. and substitute ‘Text deleted’.
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