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Foreword

This revision of this Part of BS 903, which has been
prepared under the direction of the Rubber Standards
Committee, is technically equivalent to 1SO 813-1986
‘Rubber, vulcanized — Determination of adhesion to
metal — One-plate method’ and 1SO 814-1986 ‘Rubber,
vulcanized — Determination of adhesion to metal —
Two-plate method’, published by the International
Organization for Standardization (1SO), and supersedes
BS 903 : Part A21 : 1974 which is withdrawn.

The texts of 1SO 813 and 1SO 814 have been adopted as
far as possible without alteration, although the format of
this Part differs from that of the international standards.
Method A is technically equivalent to iSO 814 and
method B is technically equivalent to 1SO 813.

Because the texts of these international standards have
been used as far as possible without alteration,

some terminology and certain conventions are not identical
with those used in British Standards.

Compliance with a British Standard does not of itself
confer immunity from legal obligations.
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S P O AMD 9419

Amendment No. 1
published and effective from 15 February 1997
to BS 903 : Part A21 : 1989

Methods of testing vulcanized rubber
Part A21. Determination of rubber to metal bond strength

NOTE. Method A is superseded by BS 903 : Part A21 : Sections 21.2 : 1997.

Deletions

Contents

Delete the title of clause 2 and substitute ‘Text deleted’ and delete the titles of figures 1 and 2 and substitute
‘Figure deleted’ for each.

AMD 9419/February 1997

Clause 2
Delete clause 2 and substitute ‘2 Text and figures 1 and 2 deleted'.
AMD 9419/February 1997
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