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BS 903 : Part AJ : 1972 

THIS BRITISH STANDARD, having been approved by th~ 
Rubber Industry Standards Committee, was published under 
the authority of the Executive Board on 12 January, 1972. 

© British Standards Institution, 1972. 

First published April, 19S6. 
First revision, January, 1972. 

SBN: 580 06916 8 

The Institution desires to call attention to the facl that this 
British Standard does not purport to include all the necessary 
provisions of a contract. 

In order to. keep abreast of progress in the industries 
concerned, British Standards are subject to periodical review. 
Suggestions for improvements wm be recorded and in due 
course brought to the notice of the committees charged with 
the revision of the standards to which they refer. 

A complete list of British Standards, numbering over 5000, 
fully indexed and with a note of the contents of each, will 
be found in the British Standards Yearbook, which may be 
purchased from BSI Sales Department. It may also be con­
sulted in many public libraries and similar institutions. 

This stand!ird makes reference to the followfol British 
Standards: · 

BS 907. Dial gauges for linear measurement. 
BS 1610. Methods for the load verification of testing 

machines. 

British Standards are revised, when necessary, by the issue either 
of ame11dme11t slips or of revised editions. It is important that 
11sers of Briti!:11 Standards should ascertai11 that they are in 

possession of the latest ame1Jdme11ts or editions. 

The following BSl references relate to the work on lhis. s.1and11rd: 
Committee references RUC/10 and RUC/10/4 
Drnrt for .:ommcnt 69/14553. 

Ptlllfrtl In England by WCLBECSON rRW U~IITT.D, Lomlon, S,IV.11. 

' I 

2 

----.:· ... -~-- ,-; ~-------

CONTENTS 

Co•oPera_ting organizations 
Forewo"rd 

METHOD 

BS 903 : Part A3 : 1972 

Page 
4 
f 

I. Scope 5 
2. Definition G 
3. Test piece 6 
4. Apparatus 6 
S. Procedure 8 
G. Temperature of test 9 
7. Calculation of results 9 
8. Test report 9 

APPENDIX 

A. References I O 

FIGURE 

1. Plan of die for cutting the crescent test 
piece 11 

3 

Full document details: BS 903-A3:1972

http://www.avadocuments.com/doc/bs-903-a3-1972
http://www.avadocuments.com/doc/bs-903-a3-1972

