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Foreword

This British Standard has been prepared under the authority of the Rubber Industry Standards Committee.

The measurement of the permeability of rubber to gases is important in the evaluation of materials for such
products as inner tubes, tubeless tyre liners, hoses, balloons or other gas containers, and seals. The measurement
is also of theoretical importance in the study of characteristics of diffusion and gas solubility in relation to
polymer structure.

This British Standard is technically in line with Draft International Standard 1SO/DIS 2782 ‘Vulcanized
rubbers — Determination of permeability to gases — Constant pressure method’ prepared by Technical
Committee ISO/TC 45 — Rubber and rubber products — of the International Organization for Standardization
(ISO).

Attention is drawn to a related part of BS 903, i.e. Part A17, ‘Determination of the permeability of rubber to
gases (constant volume method)’.
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