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Foreword

This revision of this Part of BS 903 has been prepared
under the direction of the Rubber Standards Committee.
It supersedes BS 903 : Part A37 : 1979, which is withdrawn.
Method A is technically equivalent to ISO 6505-1984
published by the International Organization for Standard-
ization (1SO).
For ease of production figure 1 has been produced from
ISO 6505-1984. Some terminology and certain conventions
are not identical with those used in British Standards.
The changes in this revision compared with the 1979
edition are as follows.
(a) In method A, the tolerances on the test periods
(see 2.8) and the description of the assessment of
adhesion and corrosion {see 2.10) have been aligned
with 1SO 6505.
(b) In method B, the size of the test vessel (see 3.3.1) has
been increased, and the procedure has been amended in
order to match current experience and practice.
Compliance with a British Standard does not of itself
confer immunity from legal obligations.
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