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National foreword
This British Standard has been prepared under the direction British Standard without deviation. Some terminology and

of the Rubber Standards Committee. It is identical with certain conventions are not identical with those used in
1SO 6133-1981 ‘Rubber and plastics — Analysis of multi- British Standards; attention is especially drawn to the
peak traces obtained in determinations of tear strength and  following.

adhesion strength’ published by the International Wherever the words ‘International Standard’ appear,
Organization for Standardization (1SO). referring to this standard, they should be read as ‘British

Terminology and conventions. The text of the international Standard’.
standard has been approved as suitable for publication as a
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British Standard

Methods of testing vulcanized rubber

Part A47. Analysis of multi-peak traces obtained in determinations

of tear strength and adhesion strength

1 Scope and field of application

This International Standard specifies three methods of
calculating, after testing, the tear strength and adhesion
strength of vulcanized rubber or fabrics coated with or adhered
to rubber or plastics. The results are calculated by determining
the median and range of peak values from a graphical plot of
force versus time recorded during the test.

A trace for an adhesion strength test or tear strength test may
show few or many force peaks, depending on the material
under investigation. The choice of the method of calculation
depends on the number of peaks in the trace.

The purpose of this International Standard is to obtain more
uniformity in the evaluation and presentation of test results. It
is applicable only, however, when specified in another Interna-
tional Standard, i.e. a method of test or a specification.

For other details, such as apparatus, test piece preparation,
conditioning, procedure, etc., requirements given in the rele-
vant International Standard shall apply.

NOTE — In certain cases the methods of analysis given may not be
adequate, for example for peak values showing a trend with time. In
cases where the minimum force values are of interest, it is possible to
use the same methods of calculation as when determining from a range
of peak values.

2 Definitions

2.1 peak : A point at which the slope of a trace changes
from positive to negative.

2.2 median : If n measured values are arranged in increasing
order of magnitude and numbered 1 to n, the median of these n

1 th
> value, if n is odd.

4
values is the (

n\th n th
If n is even, the median lies between the —-2- and -2— + 1

values and is not defined uniquely. Unless otherwise specified,
it may be taken to be the arithmetic mean of these two
measured values.

2.3 range: The difference between the greatest and the
smallest observed values of a quantitative characteristic.
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2.4 complete trace : The section of the graphical plot of
force versus time between the time at which the first peak
occurs and the time at which the test is terminated.

3 Procedure

From the force peak values of the trace for adhesion strength or
tear strength, determine the median peak force (see 2.2) and
the range (see 2.3) of peak force values by the appropriate
method specified in 3.1, 3.2, or 3.3.

NOTE — In applying the methods described in this International Stan-
dard, it should be assumed that the trace being evaluated is a time
record of the variation of force during the period of test.

3.1 Method A (for traces having less than five peaks)

Determine the median and range of the values of the force
peaks in the trace.

If there is only one force peak, consider its value to be the
median.

3.2 Method B [for traces having five to twenty peaks (see
figure 1)]

Consider only the peak values of the central 80 % of the com-

plete trace and determine the median peak force and range of
these values.

3.3 Method C [for traces having more than twenty peaks
(see figure 2)]

Draw a series of nine vertical lines by starting at the centre of
the complete trace and drawing four more lines on each side at
equal distances of one-tenth of the length of the trace, to the
nearest 1 mm. Consider only the peak value situated closest to
each of the vertical lines. Determine the median peak force and
the range of these nine values.

4 Test report
The test report shall include the following particulars :
a) a reference to this International Standard;

b) the method of calculation used (A, B or C);

c) the median peak force;
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d) the range of peak valuss.
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