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Committees responsible for this
British Standard

The preparation of this British Standard was entrusted by the Plastics and
Rubber Standards Policy Committee (PRM/-) to Technical Committee PRM/22,
upon which the following bodies were represented:

BP Chemicals Ltd.

British Railways Board

British Rubber Manufacturers’ Association Ltd.
GAMBICA (BEAMA Ltd.)

Institution of Mechanical Engineers

Malaysian Rubber Producers’ Research Association
Ministry of Defence

RAPRA Technology Ltd.

SATRA Footwear Technology Centre

This British Standard, having
been prepared under the
direction of the Plastics and
Rubber Standards Policy
Committee, was published
under the authority of the
Standards Board and comes
into effect on

15 March 1993
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Amendments issued since publication
First published February 1958
Second edition December 1974 A
md. No. D
Third edition March 1993 d. No ate

Comments

The following BSI references
relate to the work on this
standard:

Committee reference PRM/22
Draft for comment 86 44326 DC
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Figure 1 — Test piece with enlarged ends
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