
BRITISH STANDARD AUTOMOBILE SERIES BS AU
148-3:1969

Methods of test for 
motor vehicle paints —

Part 3: Flexibility and adhesion

UDC 629.113:667.613:620.191.3

Full document details: BS AU 148-3:1969

http://www.avadocuments.com/doc/bs-au-148-3-1969
http://www.avadocuments.com/doc/bs-au-148-3-1969


BS AU 148-3:1969

This British Standard, having 
been approved by the Automobile 
Industry Standards Committee, 
was published under the 
authority of the Executive 
Board of the Institution on 
31 March 1969

© BSI 02-2000

The following BSI reference 
relates to the work on this 
standard:
Committee reference AUE/-

ISBN 0 580 05248 6

Amendments issued since publication

Amd. No. Date Comments

Full document details: BS AU 148-3:1969

http://www.avadocuments.com/doc/bs-au-148-3-1969
http://www.avadocuments.com/doc/bs-au-148-3-1969


BS AU 148-3:1969

© BSI 02-2000 i

Contents

Page
Foreword ii
1 Scope 1
2 General 1
3 Test panels 1
4 Test procedures 1

Full document details: BS AU 148-3:1969

http://www.avadocuments.com/doc/bs-au-148-3-1969
http://www.avadocuments.com/doc/bs-au-148-3-1969

