BRITISH STANDARD BS EN
10016-1 : 1995

Non-alloy steel rod for
drawing and/or cold
rolling

Part 1. General requirements
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Committees responsible for this
British Standard

The preparation of this British Standard was entrusted to Technical Committee
ISE/71, Steel rod for wire drawing, upon which the following bodies were
represented:

British Steel Industry

British Steel Industry (Wire Section)

Process Plant Association

Welding Manufacturers’ Association (BEAMA Ltd.)

This British Standard, having
been prepared under the
direction of the Engineering

Sector Board, was published Amendments issued since publication
under the authority of the

Standards Board and comes into  Amd. No. Date Text affected
effect on

15 December 1995
© BSI 1995

The following BSI references
relate to the work on this
standard:

Committee reference ISE/71
Draft for comment 92/45127 DC
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National foreword

This British Standard has been prepared by Technical Committee ISE/71 and is
the English language version of EN 10016-1 Non-alloy steel rod for drawing
and/or cold rolling Part 1: General requirements, published by the European
Committee for Standardization (CEN).

Cross-references

Publication referred to
EN 10002-1 : 1990

EN 10020 : 1988

EN 10021 : 1993

EN 10027-1 : 1992
EN 10027-2 : 1991
EN 10052 : 1993

EN 10079 : 1992
EN 10204 : 1991

EURONORM 17 : 1970

EURONORM 104 : 1970

Corresponding British Standard

BS EN 10002 Tenstile testing of metallic materials
Part 1 : 1990 Method of test at ambient temperature

BS EN 10020 : 1991 Definition and classification of
grades of steel

BS EN 10021 : 1993 General technical delivery
requiremendts for steel and iron products

BS EN 10027 Destgnation systems for steel
Part 1 : 1992 Steel names, principal symbols
Part 2 : 1992 Steel numbers

BS EN 10052 : 1994 Vocabulary of heat treatment
terms for ferrous products

BS EN 10079 : 1993 Definition of steel products

BS EN 10204 : 1991 Metallic products. Types of
itnspection documents

BS 4956 : 1973 Specification for dimensions and
tolerances of hot rolled round steel rods for wire
drawing

BS 6617 Determination of decarburization in steel
Part 1 : 1985 Methods for determining
decarburization by microscopic and micro-hardness
techniques

Part 2 : 1987 Methods for determining
decarburization by chemical and spectrographic
analysis techniques

Compliance with a British Standard does not of itself confer immunity from

legal obligations.
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EUROPEAN STANDARD EN 10016-1
NORME EUROPEENNE
EUROPAISCHE NORM December 1994

ICS 77.140.70

Descriptors: Iron and steel products, unalloyed steels, wire drawing, cold rolling, wire rod, classifications, designation, specifications,
inspection, marking

English version

Non-alloy steel rod for drawing and/or cold rolling —
Part 1: General requirements

Fil machine en acier non allié destiné au Walzdraht aus unlegiertem Stahl zum Ziehen
tréfilage et/ou laminage a froid — und/oder Kaltwalzen —
Partie 1: Prescriptions générales Teil 1: Allgemeine Anforderungen

This European Standard was approved by CEN on 1994-11-10. CEN members
are bound to comply with the CEN/CENELEC Internal Regulations which
stipulate the conditions for giving this European Standard the status of a
national standard without any alteration.

Up-to-date lists and bibliographical references concerning such national
standards may be obtained on application to the Central Secretariat or to any
CEN member.

This European Standard exists in three official versions (English, French,
German). A version in any other language made by translation under the
responsibility of a CEN member into its own language and notified to the
Central Secretariat has the same status as the official versions.

CEN members are the national standards bodies of Austria, Belgium,
Denmark, Finland, France, Germany, Greece, Iceland, Ireland, Italy,
Luxembourg, Netherlands, Norway, Portugal, Spain, Sweden, Switzerland and
United Kingdom.

CEN

European Committee for Standardization
Comité Européen de Normalisation
Europiisches Komitee fiir Normung

Central Secretariat: rue de Stassart 36, B-1050 Brussels

© 1994 Copyright reserved to CEN members

Ref. No. EDJRI6IMEME
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