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National foreword
This British Standard was published by BSI. It is the UK implementation of           
EN 10028-4:2003, incorporating Corrigendum December 2005. It supersedes 
BS EN 10028-4:1995 which is withdrawn.
The UK participation in its preparation was entrusted to Technical Committee 
ISE/73/2, Steel plates and bars for pressure purposes. 
A list of organizations represented on this committee can be obtained on 
request to its secretary.
This publication does not purport to include all the necessary provisions of a 
contract. Users are responsible for its correct application.
Compliance with a British Standard cannot of itself confer immunity 
from legal obligations.

Amendments issued since publication

Amd. No. Date Comments

16825 
Corrigendum No. 1

29 December 2006 Correction to Table A.1,  
row X8Ni9 +QT640, column “Cooling”
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Foreword

This document (EN 10028-4:2003) has been prepared by Technical Committee ECISS /TC 22, "Steels for pressure
purposes - Qualities", the secretariat of which is held by DIN.

This European Standard shall be given the status of a national standard, either by publication of an identical text or
by endorsement, at the latest by December 2003, and conflicting national standards shall be withdrawn at the latest
by December 2003.

This document supersedes EN 10028-4:1994.

This document has been prepared under a mandate given to CEN by the European Commission and the European
Free Trade Association, and supports essential requirements of EU Directive(s).

For relationship with EU Directive(s), see informative Annex ZA, which is an integral part of this document.

EN 10028 consists of the following parts under the general title Flat products made of steels for pressure purposes:

Part 1: General requirements

Part 2: Non-alloy and alloy steels with specified elevated temperature properties

Part 3: Weldable fine grain steels, normalized

Part 4: Nickel alloy steels with specified low temperature properties

Part 5: Weldable fine grain steels, thermomechanically rolled

Part 6: Weldable fine grain steels, quenched and tempered

Part 7: Stainless steels

NOTE The clauses marked by two points (��) contain information relating to agreements that may be made at the time of
enquiry and order.

Annex A is for information only.

This document includes a Bibliography.

According to the CEN/CENELEC Internal Regulations, the national standards organizations of the following
countries are bound to implement this European Standard: Austria, Belgium, Czech Republic, Denmark, Finland,
France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Luxembourg, Malta, Netherlands, Norway, Portugal,
Slovakia, Spain, Sweden, Switzerland and the United Kingdom.
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