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National foreword

This British Standard has been prepared under the direction of the Engineering
Sector Board and is the English language version of EN 10028-6:1996 Flat
products made of steels for pressure purposes — Part 6: Weldable fine grain steels,
quenched and tempered, published by the European Committee for
Standardization (CEN).

Cross-references

Publications referred to Corresponding British Standards

EN 10020 BS EN 10020: Definition and classification of grades of
steel

EN 10028-1 BS EN 10028-1: Flat products made of steels for pressure
purposes

Part 1: General requirements

I1C 2 Weldable fine-grained structural steels;

Recommendations for processing, in particular for
welding (EURONORM Information Circular)

A British Standard does not purport to include all the necessary provisions of a
contract. Users of British Standards are responsible for their correct application.

Compliance with a British Standard does not of itself confer immunity
from legal obligations.

Summary of pages

This document comprises a front cover, an inside front cover, pages i and ii,
the EN title page, pages 2 to 8, an inside back cover and a back cover.

The BSI copyright notice displayed in this document indicates when the
document was last issued.

Sidelining in this document indicates the most recent changes by amendment.
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EUROPEAN STANDARD EN 10028-6
NORME EUROPEENNE
EUROPAISCHE NORM December 1996

ICS 77.140.50

Descriptors: Flat product, plate, strip, steels, welded construction, heat treatment, quenching, tempering, pressure equipment,
specifications, chemical composition, grades: quality, designation, mechanical properties, tests

English version

Flat products made of steels for pressure purposes —
Part 6: Weldable fine grain steels, quenched and tempered

Produits plats en aciers pour appareils a Flacherzeugnisse aus Druckbehéilterstiahlen —
pression — Partie 6: Aciers soudables a grains  Teil 6: Schweillgeeignete Feinkornbaustéhle,
fins, trempés et revenus vergutet

This European Standard was approved by CEN on 1996-11-19. CEN members
are bound to comply with the CEN/CENELEC Internal Regulations which
stipulate the conditions for giving this European Standard the status of a
national standard without any alteration.

Up-to-date lists and bibliographical references concerning such national
standards may be obtained on application to the Central Secretariat or to any
CEN member.

This European Standard exists in three official versions (English, French,
German). A version in any other language made by translation under the
responsibility of a CEN member into its own language and notified to the
Central Secretariat has the same status as the official versions.

CEN members are the national standards organizations of Austria, Belgium,
Denmark, Finland, France, Germany, Greece, Iceland, Ireland, Italy,

Luxembourg, Netherlands, Norway, Portugal, Spain, Sweden, Switzerland and
United Kingdom.

CEN

European Committee for Standardization
Comité Européen de Normalisation
Européisches Komitee fiir Normung

Central Secretariat: rue de Stassart 36, B-1050 Brussels

© 1996 Copyright reserved to CEN members
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