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Committees responsible for this
British Standard

The preparation of this British Standard was entrusted to Technical Committee
ISE/13, Structural steel sections, upon which the following bodies were represented:

British Iron and Steel Producers Association
Health and Safety Executive
Department of Transport

This British Standard, having
been prepared under the
direction of the Engineering
Sector Board, was published
under the authority of the
Standards Board and comes into
effect on

15 May 1997
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National foreword

This British Standard has been prepared by Technical Committee ISE/13 and is the
English language version of [EN 10067 : 1996, Hot rolled bulb flats — Dimensions and
tolerances on shape, dimensions and mass, published by the European Committee for

Standardization (CEN).
This British Standard completely supersedes : Part 5 : 1980 which is now
withdrawn.

Cross-references

Publication referred to Corresponding British Standard

EN 10079 BS EN 10079 Definition of steel products

Compliance with a British Standard does not of itself confer immunity
from legal obligations.
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