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This British Standard, having
been prepared under the
direction of the Engineering
Sector Board, was published
under the authority of the
Standards Board and comes into
effect on
15 July 1996

 BSI 1998

The following BSI references
relate to the work on this
standard:
Committee reference ISE/NFE/5
Draft for comment 93/310711 DC

ISBN 0 580 25830 0

BS EN 10107 : 1996 Issue 2, April 1998

Amendments issued since publication

Amd. No. Date Text affected

9935 April 1998 Indicated by a sideline in the margin

Committees responsible for this
British Standard

The preparation of this British Standard was entrusted to Technical Committee
ISE/NFE/5, Magnetic alloys and steels, upon which the following bodies were
represented:

Association of Manufacturers Allied to the Electrical and Electronic

Industry (BEAMA Ltd.)

British Steel plc

Department of Trade and Industry (National Physical Laboratory)

Electricity Supply Industry in England and Wales

Electronic Components Industry Federation

GAMBICA (BEAMA Ltd.)

Institute of Physics

Rotating Electrical Machines Association (BEAMA Ltd.)

Sunderland Polytechnic (Magnet Centre)

Transmission and Distribution Association (BEAMA Ltd.)

Wolfson Centre for Magnetic Technology
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ii  BSI 1996

BS EN 10107 : 1996

1) In preparation.

National foreword

This British Standard has been prepared by Technical Committee ISE/NFE/5 and is the
English language version of EN 10107 : 1995, published by the European Committee for
Standardization (CEN).

This British Standard supersedes BS 6404 : Section 8.7 : 1988 which is withdrawn.

Cross-references

Publication referred to Corresponding British Standard

BS 4727 Glossary of electrotechnical, power,
telecommunication, electronics, lighting and colour terms
Part 1 : 1991 Terms common to power, telecommunications
and electronics

IEC 50 (121) : 1978 Group 01 : 1983 Fundamental terminology
Group 07 : 1991 Magnetic materials and components

IEC 404-1 : 1979 BS 6404 : Magnetic materials
Part 1 : 1984 Classification

IEC 404-2 : 1978
(Euronorm 118)

Part 2 : 1996 Methods of measurement of magnetic, electrical
and physical properties of magnetic sheet and strip

IEC 404-3 : 1992 Part 3 : 1992 Methods of measurement of the magnetic
properties of magnetic sheet and strip by means of a single
sheet tester

IEC 404-11 : 1991 Part 11 : 1991 Method of test for the determination of surface
insulation resistance of magnetic sheet and strip

EN 10021 : 1993 BS EN 10021 : 1993 General technical delivery requirements
for steel and iron products

BS EN 10027 : Designation systems for steel
EN 10027-1 : 1992 Part 1 : 1992 Steel names, principal symbols
EN 10027-2 : 1992 Part 2 : Steel numbers

EN 10204 : 1991 BS EN 10204 : 1991 Metallic products. Types of inspection
documents

EN 102511) BS EN 10251 : Magnetic materials. Methods of determination
of the geometrical characteristics of electrical steel sheet and
strip1)

Compliance with a British Standard does not of itself confer immunity
from legal obligations.
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CEN
European Committee for Standardization

ComiteÂ EuropeÂen de Normalisation

EuropaÈisches Komitee fuÈ r Normung

Central Secretariat: rue de Stassart 36, B-1050 Brussels

 1995 All rights of reproduction and communication in any form and by any means reserved in all countries to
CEN and its members.

Ref. No. EN 10107 : 1995 E

EUROPEAN STANDARD EN 10107

NORME EUROPEÂ ENNE

EUROPAÈ ISCHE NORM December 1995

ICS 29.040.10; 77.140.50

Descriptors: Metal plates, steel strips, magnetic alloys, magnetic circuits, steels, classifications, designation, delivery, magnetic properties,
geometric characteristics, physical properties, acceptance tests, quality, tests

English version

Grain-oriented electrical steel sheet and strip delivered in the fully
processed state

Bandes et toÃ les magneÂtiques aÁ grains orienteÂs
livreÂes aÁ l'eÂtat fini

Kornorientiertes Elektroblech und ± band im
schlubgegluÈhten Zustand

This European Standard was approved by CEN on 1995-11-23. CEN members are
bound to comply with the CEN/CENELEC Internal Regulations which stipulate the
conditions for giving this European Standard the status of a national standard
without any alteration.

Up-to-date lists and bibliographical references concerning such national standards
may be obtained on application to the Central Secretariat or to any CEN member.

This European Standard exists in three official versions (English, French, German).
A version in any other language made by translation under the responsibility of a
CEN member into its own language and notified to the Central Secretariat has the
same status as the official versions.

CEN members are the national standards bodies of Austria, Belgium, Denmark,
Finland, France, Germany, Greece, Iceland, Ireland, Italy, Luxembourg, Netherlands,
Norway, Portugal, Spain, Sweden, Switzerland and United Kingdom.
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