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Foreword 

This document (EN 1011-1:2009) has been prepared by Technical Committee CEN/TC 121 “Welding”, the 
secretariat of which is held by DIN. 

This European Standard shall be given the status of a national standard, either by publication of an identical 
text or by endorsement, at the latest by September 2009, and conflicting national standards shall be 
withdrawn at the latest by September 2009. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent 
rights. CEN [and/or CENELEC] shall not be held responsible for identifying any or all such patent rights. 

This document supersedes EN 1011-1:1998 

EN 1011 consists of the following parts, under the general title Welding — Recommendations for welding of 
metallic materials: 

Part 1: General guidance for arc welding 

Part 2: Arc welding of ferritic steels 

Part 3: Arc welding of stainless steels 

Part 4: Arc welding of aluminium and aluminium alloys 

Part 5: Welding of clad steel 

Part 6: Laser beam welding 

Part 7: Electron beam welding 

Part 8: Welding of cast irons 

According to the CEN/CENELEC Internal Regulations, the national standards organizations of the following 
countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, Cyprus, Czech 
Republic, Denmark, Estonia, Finland, France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, 
Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Romania, Slovakia, Slovenia, Spain, 
Sweden, Switzerland and the United Kingdom. 
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Introduction 

EN 1011 is issued in several parts in order that it may cover the different types of weldable metallic materials 
and specific welding processes. 
 
This part of EN 1011 deals with the production and control of arc welding of metallic materials and is 
appropriate for all types of fabrication. 
 
Specific materials advice is covered by parts 2, 3, 4, 5 and 8. Parts 6 and 7 refer to laser and electron beam 
welding and each cover a range of materials.  
 
Permissible design stresses in welds, methods of testing and acceptance levels are not included because 
they depend on the service conditions of the fabrication. These details may be obtained from the relevant 
application standard or design specification. 
 
It has been assumed in the drafting of this standard that the execution of its provisions is entrusted to 
appropriately qualified, trained and experienced personnel. 
 

1 Scope 

This European Standard contains general guidance for the arc welding of metallic materials in all forms of 
product (e.g. cast, wrought, extruded, forged). 

The processes and techniques referred to in this Part of EN 1011 may not all be relevant to all materials. 
Additional information relevant to specific materials is given in the relevant Parts of the Standard. 

2 Normative references 

The following referenced documents are indispensable for the application of this document. For dated 
references, only the edition cited applies. For undated references, the latest edition of the referenced 
document (including any amendments) applies. 

EN 287-1, Qualification test of welders — Fusion welding — Part 1: Steels 

EN 473, Non destructive testing — Qualification and certification of NDT personnel — General principles 

EN 1011-2, Welding — Recommendations for welding of metallic materials — Part 2: Arc welding of ferritic 
steels 

EN 1011-3, Welding — Recommendations for welding of metallic materials — Part 3: Arc welding of stainless 
steels 

EN 1011-4, Welding — Recommendations for welding of metallic materials — Part 4: Arc welding of 
aluminium and aluminium alloys 

EN 1011-5, Welding — Recommendations for welding of metallic materials — Part 5: Welding of clad steel 

EN 1011-6, Welding — Recommendations for welding of metallic materials — Part 6: Laser beam welding 

EN 1011-7, Welding — Recommendations for welding of metallic materials — Part 7: Electron beam welding 
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