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National foreword

This British Standard is the UK implementation of EN 1015-12:2016. 
It supersedes BS EN 1015-12:2000 which is withdrawn.

The UK participation in its preparation was entrusted to Technical 
Committee B/519, Masonry and associated testing.

A list of organizations represented on this committee can be 
obtained on request to its secretary.

This publication does not purport to include all the necessary 
provisions of a contract. Users are responsible for its correct 
application.

© The British Standards Institution 2016.
Published by BSI Standards Limited 2016

ISBN 978 0 580 87438 3 

ICS 91.080.30; 91.100.10 

Compliance with a British Standard cannot confer immunity from 
legal obligations.

This British Standard was published under the authority of the 
Standards Policy and Strategy Committee on 30 June 2016.
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European foreword 

This document (EN 1015-12:2016) has been prepared by Technical Committee CEN/TC 125 “Masonry”, 
the secretariat of which is held by BSI. 

This European Standard shall be given the status of a national standard, either by publication of an 
identical text or by endorsement, at the latest by December 2016, and conflicting national standards 
shall be withdrawn at the latest by March 2018. 

This document supersedes EN 1015-12:2000. 

The following technical changes have been done in this new edition: 

— There has been a relaxation in the choice of metal for the pull-head plates. 

— The temperature range for storage and curing the specimens has been extended slightly. 

— The substrates may be rendered stored and tested either in the vertical or horizontal attitude 
instead of the vertical only. 

EN 1015, Methods of test for mortar for masonry, currently comprises the following parts: 

— Part 1: Determination of particle size distribution (by sieve analysis); 

— Part 2: Bulk sampling of mortars and preparation of test mortars; 

— Part 3: Determination of consistence of fresh mortar (by flow table); 

— Part 4: Determination of consistence of fresh mortar (by plunger penetration); 

— Part 6: Determination of bulk density of fresh mortar; 

— Part 7: Determination of air content of fresh mortar; 

— Part 9: Determination of workable life and correction time of fresh mortar; 

— Part 10: Determination of dry bulk density of hardened mortar; 

— Part 11: Determination of flexural and compressive strength of hardened mortar; 

— Part 12: Determination of adhesive strength of hardened rendering and plastering mortars on 
substrates (the present document); 

— Part 17: Determination of water-soluble chloride content of fresh mortars; 

— Part 18: Determination of water absorption coefficient due to capillary action of hardened mortar; 

— Part 19: Determination of water vapour permeability of hardened rendering and plastering mortars; 

— Part 21: Determination of the compatibility of one-coat rendering mortars with substrates. 
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