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Austria Oesterreichisches Normungsinstitut
Belgium Institut belge de normalisation
Denmark Dansk Standardiseringsraad
Finland Suomen Standardisoimisliito, r.y.
France Association française de normalisation
Germany Deutsches Institut für Normung e.V.
Greece Hellenic Organization for Standardization
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Italy Ente Nazionale Italiano di Unificazione
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Portugal Instituto Portuguès da Qualidade
Spain Asociación Española de Normalización y Certificación
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Switzerland Association suisse de normalisation
United Kingdom British Standards Institution
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9029 March 1996 Indicated by a sideline in the margin

Full document details: BS EN 10204:1991

http://www.avadocuments.com/doc/bs-en-10204-1991
http://www.avadocuments.com/doc/bs-en-10204-1991


BS EN 10204:1991

© BSI 10-1998 i

Contents

Page
Cooperating organizations Inside front cover
National foreword ii

Foreword 2
Text of EN 10204:1991 3
National appendix NA (informative) Inside back cover
National appendix NB (informative) Inside back cover

Full document details: BS EN 10204:1991

http://www.avadocuments.com/doc/bs-en-10204-1991
http://www.avadocuments.com/doc/bs-en-10204-1991


BS EN 10204:1991

ii © BSI 10-1998

National foreword

This British Standard has been prepared under the direction of the Iron and Steel 
Standards Policy Committee. It is identical with EN 10204 “Metallic 
products — Types of inspection documents” drawn up by ECISS (European 
Committee for Iron and Steel Standardization).
A separate European Standard on inspection documents for copper and copper 
alloy products is being prepared in CEN/TC 133, based on EN 10204 but with 
additional details for the copper industry.
Cross-references. Details of European Standards quoted in this British 
Standard for which there is a corresponding British Standard are given in 
national appendix NB.
A British Standard does not purport to include all the necessary provisions of a 
contract. Users of British Standards are responsible for their correct application.

Compliance with a British Standard does not of itself confer immunity 
from legal obligations.

Summary of pages 
This document comprises a front cover, an inside front cover, pages i and ii,
the EN title page, pages 2 to 6, an inside back cover and a back cover.
This standard has been updated (see copyright date) and may have had 
amendments incorporated. This will be indicated in the amendment table on 
the inside front cover.

Full document details: BS EN 10204:1991

http://www.avadocuments.com/doc/bs-en-10204-1991
http://www.avadocuments.com/doc/bs-en-10204-1991

