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National foreword

This British Standard has been prepared under the direction of the Iron and Steel 
Standards Policy Committee and is the English language version of EN 10205 
“Cold reduced blackplate in coil form for the production of tinplate or electrolytic 
chromium/chromium oxide coated steel” drawn up by ECISS
(European Committee for Iron and Steel Standardization) and published by the 
European Committee for Standardization (CEN).
National appendix NB gives details of European Standards quoted in this 
standard for which there is an identical or technically equivalent British 
Standard.
A British Standard does not purport to include all the necessary provisions of a 
contract. Users of British Standards are responsible for their correct application.

Compliance with a British Standard does not of itself confer immunity 
from legal obligations.

Summary of pages
This document comprises a front cover, an inside front cover, pages i and ii,
the EN title page, pages 2 to 14, an inside back cover and a back cover.
This standard has been updated (see copyright date) and may have had 
amendments incorporated. This will be indicated in the amendment table on the 
inside front cover.
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EUROPEAN STANDARD

NORME EUROPÉENNE

EUROPÄISCHE NORM

EN 10205

November 1991

UDC 669.146.99-41-122.2:669.268.7:620.1

Descriptors: Iron and steel products, cold rolled products, blackplate, tinplate, chromium plating, electrodeposited coatings, mechanical 
properties, dimensional tolerances, form tolerances, sampling, tests

English version

Cold reduced blackplate in coil form for the
production of tinplate or electrolytic

chromium/chromium oxide coated steel

Fer noir laminé à froid, en bobine destiné à la 
fabrication de fer blanc ou de fer chromé 
électrolytique

Kaltgewalztes Feinstblech in Rollen zur 
Herstellung von Weißblech oder von 
elektrolytisch spezialverchromtem Stahl

This European Standard was approved by CEN on 1991-11-30. CEN members
are bound to comply with the CEN/CENELEC Internal Regulations which
stipulate the conditions for giving this European Standard the status of a
national standard without any alteration.
Up-to-date lists and bibliographical references concerning such national
standards may be obtained on application to the Central Secretariat or to any
CEN member.
This European Standard exists in three official versions (English, French,
German). A version in any other language made by translation under the
responsibility of a CEN member into its own language and notified to the
Central Secretariat has the same status as the official versions.
CEN members are the national standards bodies of Austria, Belgium,
Denmark, Finland, France, Germany, Greece, Iceland, Ireland, Italy,
Luxembourg, Netherlands, Norway, Portugal, Spain, Sweden, Switzerland and
United Kingdom.

CEN

European Committee for Standardization
Comité Européen de Normalisation
Europäisches Komitee für Normung

Central Secretariat: rue de Stassart 36, B-1050 Brussels

© CEN 1991 Copyright reserved to all CEN members
Ref. No. EN 10205:1991 E
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Foreword

This European Standard was prepared by Technical 
Committee ECISS/TC26 “Blackplate and tinplate”. 
It was agreed by ECISS/TC26 at its meeting in 
November 1989 where the following countries were 
represented: Belgium, France, Germany, Italy, 
Netherlands, Norway and Spain.
This European Standard EN 10205 was approved 
by CEN on 1991-10-07.
According to the Common CEN/CENELEC Rules, 
the following countries are bound to implement this 
European Standard: Austria, Belgium, Denmark, 
Finland, France, Germany, Greece, Iceland, 
Ireland, Italy, Luxembourg, Netherlands, Norway, 
Portugal, Spain, Sweden, Switzerland and 
United Kingdom.

Contents

Page
Foreword 2

1 Scope 3
2 Normative references 3
3 Definitions 3
4 Information to be supplied by the

purchaser 5
5 Designation 5
6 Manufacturing features 6
7 Specific requirements 6
8 Mechanical properties 6
9 Tolerances on dimensions and shape 7

10 Joints within a coil 9
11 Sampling 9
12 Test methods 9
13 Retests 11
14 Dispatch and packaging 11
Annex A (normative) The springback test
for routine determination of proof stress
for double reduced material 13
Figure 1 — Edge camber of coils 8
Figure 2 — Joint overlap 10
Figure 3 — Location of test pieces 10
Table 1 — Hardness values for single
reduced blackplate 7
Table 2 — Mechanical properties of
double reduced blackplate 7
Table 3 — Rockwell HR15T values and
their HR30Tm equivalents 12

Full document details: BS EN 10205:1992

http://dx.doi.org/10.3403/00263624U
http://www.avadocuments.com/doc/bs-en-10205-1992
http://www.avadocuments.com/doc/bs-en-10205-1992

