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National foreword

This British Standard has been prepared under the direction of the Consumer
and Contract Goods Standards Policy Committee and is the English language
version of EN 1021-1:1993 Furniture — Assessment of the ignitability of
upholstered furniture — Part 1: Ignition source: smouldering cigarette, published
by the European Committee for Standardization (CEN). This Part of

BS EN 1021, together with BS EN 1021-2, will supersede part of BS 5852:1990.
The appropriate parts of BS 5852:1990 will be deleted by amendment.

BS 5852-1:1979 and BS 5852-2:1982 will be retained as they are referred to in
legislation. EN 1021-1 was produced as a result of international discussions in
which the UK took an active part.

A British Standard does not purport to include all the necessary provisions of a
contract. Users of British Standards are responsible for their correct application.

Compliance with a British Standard does not of itself confer immunity
from legal obligations.

Summary of pages

This document comprises a front cover, an inside front cover, pages 1 and ii,
the EN title page, pages 2 to 12, an inside back cover and a back cover.

This standard has been updated (see copyright date) and may have had
amendments incorporated. This will be indicated in the amendment table on

the inside front cover. Documents
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EUROPEAN STANDARD EN 1021-1
NORME EUROPEENNE
EUROPAISCHE NORM October 1993

UDC 645.4:620.193:536.468
Descriptors: Furnishing, furniture, seats, stuffings, fire tests, flammability tests, combustion, matches

English version

Furniture — Assessment of the 1ignitability of upholstered
furniture — Part 1: Ignition source: Smouldering cigarette

(ISO 8191-1:1987 modified)

Ameublement — Evaluation de I'allumabilité Mobel — Bewertung der Entziindbarkeit von

des meubles rembourrés — Partie 1: Source Polstermobeln — Teil 1: Ziindquelle:
d’allumage: Cigarette en combustion Glimmende Zigarette
(ISO 8191-1:1987 modifiée) (ISO 8191-1:1987 modifiziert)

This European Standard was approved by CEN on 1993-10-01. CEN members
are bound to comply with the CEN/CENELEC Internal Regulations which
stipulate the conditions for giving this European Standard the status of a
national standard without any alteration.

Up-to-date lists and bibliographical references concerning such national
standards may be obtained on application to the Central Secretariat or to any
CEN member.

This European Standard exists in three official versions (English, French,
German). A version in any other language made by translation under the
responsibility of a CEN member into its own language and notified to the
Central Secretariat has the same status as the official versions.

CEN members are the national standards bodies of Austria, Belgium,
Denmark, Finland, France, Germany, Greece, Iceland, Ireland, Italy,
Luxembourg, Netherlands, Norway, Portugal, Spain, Sweden, Switzerland and
United Kingdom.

CEN

European Committee for Standardization
Comité Européen de Normalisation
Europaisches Komitee fur Normung

Central Secretariat: rue de Stassart 36, B-1050 Brussels

© CEN 1993 Copyright reserved to CEN members
Ref. DOCUWMENEs £
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Foreword Contents

i

&
)

[

This European Standard has been prepared by the
Technical Committee CEN/TC 207 “Furniture”, the  poreword
secretariat of which is held by IBN.

) 0 Introduction
The European Standard is based on ISO 8191-1 1 q
Assessment of the ignitability for upholstered coI')e. .
furniture, to which modifications were introduced 2 Definitions
following a PQ-Procedure. 2.1 Progressive smouldering

This European Standard shall be given the statusof 2.2 Flaming
National Standard, either by publication of an 3
identical text or by endorsement, at the latest by
April 1994, and conflicting National Standards

Criteria of ignition
3.1 Progressive smouldering ignition

shall be withdrawn at the latest by April 1994. 3.2 Flaming ignition

In accordance with the CEN/CENELEC Internal 4 Principle

Regulations, the following countries are bound to 5 Health and safety of operators
implement this European Standard: Austria, 51 General

Belgium, Denmark, Finland, France, Germany,

Greece, Iceland, Ireland, Italy, Luxembourg, 5.2 Enclosure

Netherlands, Norway, Portugal, Spain, Sweden, 5.3 Extinguishers
Switzerland and United Kingdom. 6 Apparatus
6.1 Test rig
6.2 Test enclosure
6.3 Clock

6.4 Ignition source: smouldering cigarette
7 Atmospheres for conditioning and testing
7.1 Conditioning

7.2 Testing
8 Test assembly
8.1 General

8.2 Cover material and interliner
8.3 Upholstery filling

9 Test procedure

9.1 Preparation

9.2 Ignition source application

9.3 Final examination
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10  Test report
Annex A (informative) Guidance notes for

designers and specifiers 9
Annex B (informative) Model report form 10
Annex C (informative) Cleaning of rig 11
Annex D (normative) Water soak procedures 11
Figure 1 — Test rig assembly 7
Figure 2 — Test rig detail 8
Documents
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