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Committees responsible for this
British Standard

The preparation of this British Standard was entrusted to Technical Committee
ISE/31, Wrought Steels, upon which the following bodies were represented:
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Department of Trade and Industry (National Physical Laboratory)
Lloyds Register of Shipping

Ministry of Defence

National Association of Steel Stockholders
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Society of Motor Manufacturers and Traders Limited
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been prepared under the
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Sector Board, was published
under the authority of the
Standards Board and comes into
effect on
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National foreword

This British Standard has been prepared by Technical Committee ISE/31 and is the
English language version of EN 10221 Surface quality classes for hot-rolled bars and
rods — Technical delivery conditions, published by the European Committee for
Standardization (CEN).

Cross-reference

Publication referred to Corresponding British Standard

EN 10079 : 19921 BS EN 10079 : 1993 Definition of steel products

Compliance with a British Standard does not of itself confer immunity
from legal obligations.

D prEN 10079 is published as EN 10079 : 1992.
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