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National foreword

This British Standard is the official English language version of 
EN 10301:2003.

The UK participation in its preparation was entrusted by Technical Committee 
ISE/16, Protective coatings and linings of metal pipes and fittings, to 
Subcommittee ISE/16/-/10, Internal coatings and linings for steel pipes and 
fittings, which has the responsibility to: 

A list of organizations represented on this subcommittee can be obtained on 
request to its secretary.

Cross-references
The British Standards which implement international or European 
publications referred to in this document may be found in the BSI Catalogue 
under the section entitled “International Standards Correspondence Index”, or 
by using the “Search” facility of the BSI Electronic Catalogue or of British 
Standards Online.

This publication does not purport to include all the necessary provisions of a 
contract. Users are responsible for its correct application.

Compliance with a British Standard does not of itself confer immunity 
from legal obligations.

— aid enquirers to understand the text;

— present to the responsible international/European committee any 
enquiries on the interpretation, or proposals for change, and keep the 
UK interests informed;

— monitor related international and European developments and 
promulgate them in the UK.

Summary of pages

This document comprises a front cover, an inside front cover, the EN title page, 
pages 2 to 28, an inside back cover and a back cover.

The BSI copyright notice displayed in this document indicates when the 
document was last issued.
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Foreword

This document EN 10301:2003 has been prepared by Technical Committee ECISS/TC 29 “Steel tubes and fittings
for steel tubes”, the secretariat of which is held by UNI/UNSIDER

This European Standard shall be given the status of a national standard, either by publication of an identical text or
by endorsement, at the latest by February 2004, and conflicting national standards shall be withdrawn at the latest
by February 2004.

Annexes A, B, C, D, E and F are normative.

According to the CEN/CENELEC Internal Regulations, the national standards organizations of the following
countries are bound to implement this European Standard: Austria, Belgium, Czech Republic, Denmark, Finland,
France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Luxembourg, Malta, Netherlands, Norway, Portugal,
Slovakia, Spain, Sweden, Switzerland and the United Kingdom.
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1 Scope

This European Standard specifies the application requirements and methods of test of liquid applied epoxy paints
on the internal surface for the reduction of friction of tubes and pipeline fittings for conveyance of non-corrosive
gas.

Other paints or paint systems are not excluded provided they comply with the requirements given in this standard.

The coating consist of one layer of liquid product, normally shop applied onto abrasive blast cleaned steel by
airless spray or conventional spray techniques. Brush application may be used only for repairs.

The coating qualified in accordance with this standard is considered suitable for operating temperatures between
– 20 °C and + 110 °C.

In this European Standard the word "components" is used for tubes and fittings.

2 Normative references

This European Standard incorporates by dated or undated reference, provisions from other publications. These
normative references are cited at the appropriate places in the text, and the publications are listed hereafter. For
dated references, subsequent amendments to or revisions of any of these publications apply to this European
Standard only when incorporated in it by amendment or revision. For undated references the latest edition of the
publication referred to applies (including amendments).

EN ISO 1513, Paints and varnishes - Examination and preparation of samples for testing (ISO 1513:1992).

EN ISO 1514, Paints and varnishes - Standard panels for testing (ISO 1514:1993).

EN ISO 1519, Paints and varnishes - Bend test (cylindrical mandrel) (ISO 1519:2002).

EN ISO 2409, Paints and varnishes - Cross-cut test (ISO 2409:1992).

EN ISO 2431, Paints and varnishes - Determination of flow time by use of flow cups (ISO 2431:1993, including
Technical Corrigendum 1:1994).

EN ISO 2555, Plastics - Resins in the liquid state or as emulsions or dispersions - Determination of apparent
viscosity by the Brookfield Test method (ISO 2555:1989).

EN ISO 2808, Paints and varnishes - Determination of film thickness (ISO 2808:1997).

EN ISO 2811, Paints and varnishes - Determination of density (ISO 2811:1997).

EN ISO 2812-1, Paints and varnishes - Determination of resistance to liquids - Part 1: General methods (ISO 2812-
1:1993).

EN ISO 2812-2, Paints and varnishes - Determination of resistance to liquids - Part 2: Water immersion method
(ISO 2812-2:1993).

EN ISO 2815, Paints and varnishes - Buchholz indentation test (ISO 2815:1973).

EN ISO 3251, Paints and varnishes - Determination of non-volatile matter of paints, varnishes and binders for
paints and varnishes (ISO 3251:1993).

EN ISO 6860, Paints and varnishes - Bend test (conical mandrel) (ISO 6860:1984).

EN ISO 7253, Paints and varnishes - Determination of resistance to neutral salt spray (fog) (ISO 7253:1996).
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EN ISO 8501-1, Preparation of steel substrates before application of paints and related products - Visual
assessment of surface cleanliness - Part 1: Rust grades and preparation grades of uncoated steel substrates and
of steel substrates after overall removal of previous coatings (ISO 8501-1:1988).

EN ISO 8503-4, Preparation of steel substrates before application of paints and related products - Surface
roughness characteristics of blast-cleaned steel substrates - Part 4: Method for the calibration of ISO surface profile
comparators and for the determination of surface profile - Stylus instrument procedure (ISO 8503-4:1988).

3 Terms and definitions

For the purposes of this European Standard, the following terms and definitions apply.

3.1
coating material manufacturer
supplier of the coating material

3.2
coater
person responsible for applying the coating material to the components to be coated in accordance with the
provisions of this standard

3.3
purchaser
company that buys the coated tubes and fittings

3.4
tack free
state of the coating when a finger touching the surface no longer leaves any pronounced marks

3.5
roughness
roughness parameter, Ry5 (roughness depth average of 5 successive evaluation areas), in micrometres

[EN ISO 8503-4:1995]

4 Coating material

4.1 General

The coating material is generally composed of two packs: base and hardener.

The coating material shall not contain any substances that will be released from the paint film after it is cured and
are proven to be detrimental to the operations of the pipeline.

The coating material shall be qualified in accordance with 4.2 and shall not be changed after qualification.

The applied and cured paint film shall be smooth to obtain a reduction in the friction.

Unless otherwise agreed, the applied coating should provide a corrosion protection during storage and transport for
a period of one year without significant breakdown of the paint film.

4.2 Qualification of coating materials

4.2.1 General

This subclause describes the laboratory tests required for qualification of coating materials by the coating material
manufacturer.
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The properties required for qualification of the coating are given in Table 1 and the tests reported shall be carried
out on coating material and test panels (steel panels) that, unless otherwise specified, have been prepared and
coated according to EN ISO 1513 and EN ISO 1514 and the requirements of the coating material manufacturer.

The dry film thickness of the coating on the panels shall be measured in accordance with 4.2.8.

Coating applied to glass and steel panels shall be conditioned in accordance with one of the following cycles,
depending on the test method:

¾  cycle A;

¾  sample: glass panel;

¾  at (23 –  2) °C with a relative humidity £  80 %, until the coating is at least "tack free" (see 3.4);

¾  heat for 30 min in a circulating air oven at (75 –  5) °C.

¾  cycle B

¾  sample: steel panel;

¾  at (23 –  2) °C with a relative humidity £  80 %, until the coating is at least "tack free" (see 3.4);

¾  heat for 30 min in a circulating air oven at (150 –  5) °C.

 Other conditioning cycles are allowed by agreement.
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Table 1 — Qualification of the coating material

 Properties  Subclause  Method of test

 Non-volatile matter (by mass)  4.2.2  EN ISO 3251

 Viscosity at (23 –  2) °C  4.2.3  EN ISO 2431
or

EN ISO 2555 a

 Density  4.2.4  EN ISO 2811

 Ash content  4.2.5  Annex A

 Pot-life  4.2.6  -

 Appearance  4.2.7  Visual

 Dry film thickness  4.2.8  Annex B

 Adhesion test
Cross-cut test

 4.2.9  EN ISO 2409

 Buchholz hardness  4.2.10  EN ISO 2815

 Neutral salt spray  4.2.11  EN ISO 7253

 Ageing test  4.2.12  -

 Bend test - Conical mandrel  4.2.13  EN ISO 6860

 Resistance to gas pressure variations  4.2.14  Annex C

 Resistance to hydraulic blistering  4.2.15  Annex D

 Resistance to water immersion  4.2.16  EN ISO 2812-2

 Chemical resistance  Hydrocarbons  4.2.17  EN ISO 2812-1

  Diethylenic or triethylenic glycol
solution

  

  Lubricating oil b   

  Pure methanol   

 Infrared spectrograms  4.2.18  -

 NOTE Other scheme of qualification may be requested by the purchaser.

 a ISO 2555 can be used only during qualification.

 b Commercial lubricating oil unless otherwise required by the purchaser.

4.2.2 Non-volatile matter (by mass)

 When determined in accordance with EN ISO 3251, the non-volatile matter (by mass) of the coating material shall
comply with the value specified by the manufacturer in the technical data sheet.

4.2.3 Viscosity at (23 –  2) °C

 The viscosity shall be determined in accordance with the method defined in EN ISO 2431 or EN ISO 2555.

 The acceptance criterion shall be based on the viscosity value specified by the coating material manufacturer in the
technical data sheet.

4.2.4 Density

The density shall be determined in accordance with the method defined in EN ISO 2811.

The acceptance criterion shall be based on the value specified by the coating material manufacturer in the
technical data sheet.
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