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European foreword 

This document (EN 10338:2015) has been prepared by Technical Committee ECISS/TC 109 “Coated and 
uncoated flat products to be used for cold forming”, the secretariat of which is held by AFNOR. 

This European Standard shall be given the status of a national standard, either by publication of an identical 
text or by endorsement, at the latest by January 2016, and conflicting national standards shall be withdrawn at 
the latest by January 2016. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent 
rights. CEN [and/or CENELEC] shall not be held responsible for identifying any or all such patent rights. 

According to the CEN/CENELEC Internal Regulations, the national standards organisations of the following 
countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, Croatia, Cyprus, Czech 
Republic, Denmark, Estonia, Finland, Former Yugoslav Republic of Macedonia, France, Germany, Greece, 
Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, 
Romania, Slovakia, Slovenia, Spain, Sweden, Switzerland, Turkey and the United Kingdom. 
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1 Scope 

This European Standard applies to hot rolled and cold rolled non-coated steel flat products made of 
multiphase steels for cold forming. It covers cold rolled products of thicknesses t < 3 mm and hot rolled 
products of thicknesses t ≤ 6 mm. 

These products are delivered in sheet, wide strip, slit wide strip or cut lengths obtained from slit wide strip. 

Flat products of multiphase steels for cold forming may be delivered with an electrolytic zinc coating according 
to EN 10152. 

2 Normative references 

The following documents, in whole or in part, are normatively referenced in this document and are 
indispensable for its application. For dated references, only the edition cited applies. For undated references, 
the latest edition of the referenced document (including any amendments) applies. 

EN 10020:2000, Definition and classification of grades of steel 

EN 10021:2006, General technical delivery conditions for steel products 

EN 10027-1, Designation systems for steels - Part 1: Steel names 

EN 10027-2, Designation systems for steels - Part 2: Numerical system 

EN 10049, Measurement of roughness average Ra and peak count RPc on metallic flat products 

EN 10051, Continuously hot-rolled strip and plate/sheet cut from wide strip of non-alloy and alloy steels - 
Tolerances on dimensions and shape 

EN 10079:2007, Definition of steel products 

EN 10130, Cold rolled low carbon steel flat products for cold forming - Technical delivery conditions 

EN 10131, Cold rolled uncoated and zinc or zinc-nickel electrolytically coated low carbon and high yield 
strength steel flat products for cold forming - Tolerances on dimensions and shape 

EN 10204:2004, Metallic products - Types of inspection documents 

EN 10325, Steel - Determination of yield strength increase by the effect of heat treatment [Bake-Hardening-
Index] 

EN ISO 377:2013, Steel and steel products - Location and preparation of samples and test pieces for 
mechanical testing (ISO 377:2013) 

EN ISO 6892-1:2009, Metallic materials - Tensile testing - Part 1: Method of test at room temperature (ISO 
6892-1:2009) 

ISO 10275, Metallic materials — Sheet and strip — Determination of tensile strain hardening exponent 
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