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National foreword

This British Standard is the official English language version of
EN 1071-2:2002. It supersedes DD ENV 1071-2:1994 which is withdrawn.

The UK participation in its preparation was entrusted to Technical Committee
RPI/13, Advanced technical ceramics, which has the responsibility to:

— aid enquirers to understand the text;

—  present to the responsible international/European committee any
enquiries on the interpretation, or proposals for change, and keep the
UK interests informed,;

— monitor related international and European developments and
promulgate them in the UK.

A list of organizations represented on this committee can be obtained on
request to its secretary.

Cross-references

The British Standards which implement international or European
publications referred to in this document may be found in the BSI Catalogue
under the section entitled “International Standards Correspondence Index”, or
by using the “Search” facility of the BSI Electronic Catalogue or of British
Standards Online.

This publication does not purport to include all the necessary provisions of a
contract. Users are responsible for its correct application.

Compliance with a British Standard does not of itself confer immunity
from legal obligations.

Summary of pages
This document comprises a front cover, an inside front cover, the EN title page,
pages 2 to 16, an inside back cover and a back cover.

The BSI copyright date displayed in this document indicates when the
document was last issued.

Amendments issued since publication

Amd. No. Date Comments

15227

Corrigendum No. 1

24 June 2004 |Addition of supersession details to National

foreword
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This European Standard was approved by CEN on 10 August 2002.

CEN members are bound to comply with the CEN/CENELEC Internal Regulations which stipulate the conditions for giving this European
Standard the status of a national standard without any alteration. Up-to-date lists and bibliographical references concerning such national
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versions.
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Foreword

This document (EN 1071-2:2002) has been prepared by Technical Committee CEN /TC 184 "Advanced technical
ceramics”, the secretariat of which is held by BSI.

This European Standard shall be given the status of a national standard, either by publication of an identical text or
by endorsement, at the latest by May 2003, and conflicting national standards shall be withdrawn at the latest by
May 2003.

Annex A is informative.

This document supersedes ENV 1071-2:1993.

EN 1071 'Advanced technical ceramics — Methods of test for ceramic coatings' consists of seven parts:

Part 1:  Determination of coating thickness by contact probe profilometer

Part 2: Determination of coating thickness by the crater grinding method

Part 3:  Determination of adhesion and other mechanical failure modes by a scratch test

Part4:  Determination of chemical composition

Part5:  Determination of porosity

Part 6: Determination of the abrasion resistance of coatings by a micro-abrasion wear test

Part 7: Determination of hardness and Young's modulus by instrumented indentation test

According to the CEN/CENELEC Internal Regulations, the national standards organizations of the following
countries are bound to implement this European Standard: Austria, Belgium, Czech Republic, Denmark, Finland,

France, Germany, Greece, Iceland, Ireland, Italy, Luxembourg, Malta, Netherlands, Norway, Portugal, Spain,
Sweden, Switzerland and the United Kingdom.
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1 Scope

This part of this European Standard specifies a method for the determination of the thickness of ceramic coatings by a
crater grinding method which includes the grinding of a spherical cavity and subsequent microscopic examination of
the crater.

NOTE An alternative measurement of thickness, using a contact probe profilometer, is specified in EN 1071-1.

2 Normative references

This European Standard incorporates by dated or undated reference, provisions from other publications. These
normative references are cited at the appropriate places in the text, and the publications are listed hereafter. For
dated references, subsequent amendments to or revisions of any of these publications apply to this European
Standard only when incorporated in it by amendment or revision. For undated references the latest edition of the
publication referred to applies (including amendments).

EN ISO/IEC 17025 General requirements for the competence of testing and calibration
laboratories (ISO/IEC 17025:1999)

ISO 3290 Rolling bearings — Balls — Dimensions and tolerances.

3 Significance and use

The coating thickness often plays a major role in the performance of coated tools and machine parts. Many
different techniques have been developed for assessing the coating thickness. Among these, the crater grinding
method and the step height method (see EN 1071-1) are methods that are easy to perform and applicable to most
coated systems.

The method is simple and straightforward. A crater is ground into the coated part by means of a rotating ball wetted by
an abrasive slurry. The thickness of the coating is derived from the ball and crater dimensional characteristics.
Contrast between the different materials constituting the coating and substrate is a prerequisite for the method to
enable the detection of the interface between the coating and the surface.

NOTE Test specimens should be either flat or cylindrical. Flatness can be considered as sufficient if the local specimen
radius of curvature, Rs, satisfies the relation Rs > 100 x R (for error < 1 %).

4 Sampling

A representative test specimen of the product under test shall be used. Test pieces shall be coated original items, or
where this is not possible, made in the same way as the batch to be tested. For large parts, separate manufacturing of
the test piece may be necessary.
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