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Foreword 

This document (EN 1071-9:2009) has been prepared by Technical Committee CEN/TC 184 
“Advanced technical ceramics”, the secretariat of which is held by BSI. 

This European Standard shall be given the status of a national standard, either by publication 
of an identical text or by endorsement, at the latest by January 2010, and conflicting national 
standards shall be withdrawn at the latest by January 2010. 

Attention is drawn to the possibility that some of the elements of this document may be the 
subject of patent rights. CEN [and/or CENELEC] shall not be held responsible for identifying 
any or all such patent rights. 

This document supersedes CEN/TS 1071-9:2004. 

EN 1071 Advanced technical ceramics – Methods of test for ceramic coatings consists of the 
following parts: 

 Part 1: Determination of coating thickness by contact probe profilometer 

 Part 2: Determination of coating thickness by the crater grinding method 

 Part 3: Determination of adhesion and other mechanical failure modes by a scratch test 

 Part 4: Determination of chemical composition by electron probe microanalysis (EPMA) 

 Part 5: Determination of porosity [withdrawn] 

 Part 6: Determination of the abrasion resistance of coatings by a micro-abrasion wear 
test 

 Part 7: Determination of hardness and Young's modulus by instrumented indentation 
testing [withdrawn] 

 Part 8: Rockwell indentation test for evaluation of adhesion 

 Part 9: Determination of fracture strain 

 Part 10: Determination of coating thickness by cross sectioning 

 Part 11: Determination of internal stress by the Stoney formula 

 Part 12: Reciprocating wear test 1) 

 Part 13: Determination of wear rate by the pin-on-disk method 1) 

Parts 7, 8 and 11 are Technical Specifications. Part 7 was withdrawn shortly after publication of 
EN ISO 14577-4:2007. 

                                                      

1) In preparation at the time of publication of this European Standard. 
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According to the CEN/CENELEC Internal Regulations, the national standards organizations of 
the following countries are bound to implement this European Standard: Austria, Belgium, 
Bulgaria, Cyprus, Czech Republic, Denmark, Estonia, Finland, France, Germany, Greece, 
Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, 
Poland, Portugal, Romania, Slovakia, Slovenia, Spain, Sweden, Switzerland and the United 
Kingdom. 
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