
BRITISH STANDARD BS EN 
1084:1995

Plywood — 
Formaldehyde release 
classes determined by 
the gas analysis method

The European Standard EN 1084:1995 has the status of a
British Standard

Full document details: BS EN 1084:1995

http://www.avadocuments.com/doc/bs-en-1084-1995
http://www.avadocuments.com/doc/bs-en-1084-1995


BS EN 1084:1995

This British Standard, having 
been prepared under the 
direction of the Sector Board 
for Building and Civil 
Engineering, was published 
under the authority of the 
Standards Board and comes 
into effect on
15 November 1995

© BSI 01-2000

The following BSI references 
relate to the work on this 
standard:
Committee reference B/541
Draft for comment 93/104635 DC

ISBN 0 580 24613 2

Committees responsible for this 
British Standard
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APA Engineered Wood Association
Association of British Plywood and Veneer Manufacturers
British Woodworking Federation
BSI Testing Services
Chairman of BS/515/-/1
Committee Secretary
Council of the Forest Industries of British Columbia
Finnish Plywood International
Forestry Commission
Furniture Industry Research Association
Flat Roofing Contractors’ Advisory Board
Institution of Structural Engineers
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Mineral Bonded Board Products Federation
National Federation of Roofing Contractors
National House (Building Council)
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Royal Institute of British Architects
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Timber Research and Development
Timber Trade Federation
Wood Panel Products Federation
Zurich Insurance Company
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National foreword

This British Standard has been prepared by Technical Committee B/541 and is 
the English language version of EN 1084:1995 Plywood — Formaldehyde release 
classes determined by the gas analysis method. EN 1084:1995 was produced as a 
result of international discussion in which the UK took an active part. 

A British Standard does not purport to include all the necessary provisions of a 
contract. Users of British Standards are responsible for their correct application.

Compliance with a British Standard does not of itself confer immunity 
from legal obligations.

Cross-references

Publication referred to Corresponding British Standard

EN 326-1 BS EN 326-1:1994 Sampling, and cutting of test pieces 
and expression of test results

EN 717-2 BS EN 717-2:1995 Formaldehyde release by the gas 
analysis method

Summary of pages
This document comprises a front cover, an inside front cover, pages i and ii, 
the EN title page, pages 2 to 6, an inside back cover and a back cover.
This standard has been updated (see copyright date) and may have had 
amendments incorporated. This will be indicated in the amendment table on the 
inside front cover.
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