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Committees responsible for this 
British Standard

The preparation of this British Standard was entrusted by Technical 
Committee PH/3, Protective clothing, to Subcommittee PH/3/1, Clothing for 
protection against general hazards, upon which the following bodies were 
represented:

Amalgamated Engineering Union

Association of Consulting Scientists

British Apparel and Textile Confederation

British Clothing Industry Association

British Leather Confederation

British Marine Industries Federation

British Mountaineering Council

British Plastics Federation

British Safety Industry Federation

British Textile Technology Group

Building Employers’ Confederation

Chartered Institute of Marketing

Chemical Industries Association

Chief and Assistant Chief Fire Officers’ Association

Confederation of British Wool Textiles Limited

Engineering Equipment and Materials Users’ Association

Ergonomics Society

Fabric Care Research Association Ltd.

Health and Safety Executive

Home Office

Institute of Occupational Hygienists

Institute of Waste Management

Iron and Steel Trades Confederation

London Regional Transport

Made-up Textiles Association

Ministry of Defence

National Joint Council for Building Industry (Operatives Side)

Safety Equipment Association

SATRA Footwear Technology Centre

Textile Distributors’ Association

Textile Services Association Ltd.

Trades Union Congress 
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National foreword

This British Standard has been prepared by Subcommittee PH/3/1 and is the 
English language version of EN 1149-1:1995 Protective clothing—Electrostatic 
properties — Part 1: Surface resistivity (test methods and requirements), 
published by the European Committee for Standardization (CEN).

A British Standard does not purport to include all the necessary provisions of a 
contract. Users of British Standards are responsible for their correct application.

Compliance with a British Standard does not of itself confer immunity 
from legal obligations.

Cross-references

Publication referred to Corresponding British Standard

EN 340:1993 BS EN 340:1993 Protective clothing. General 
requirements

EN 344 BS EN 344:1993 Requirements and test methods for 
safety, protective and occupational footwear for 
professional use

ISO 7000:1989 BS 7324:1990 Guide to graphical symbols for use on 
equipment

Summary of pages
This document comprises a front cover, an inside front cover, pages i and ii, 
the EN title page, pages 2 to 10, an inside back cover and a back cover.
This standard has been updated (see copyright date) and may have had 
amendments incorporated. This will be indicated in the amendment table on 
the inside front cover.
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December 1995
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Descriptors: Personal protective equipment, accident prevention, garments, protective clothing, electrostatic protection, fire protection, 
specifications, design, tests, computation, marking, information, graphic symbols

English version

Protective clothing — Electrostatic properties
Part 1: Surface resistivity (test methods and requirements)

Vêtements de protection — Propriétés 
électrostatiques Partie 1: Résistivité de surface 
(méthodes d’essai et exigences)

Schutzkleidung — Elektrostatische 
Eigenschaften Teil 1: Oberflächenwiderstand 
(Prüfverfahren und Anforderungen)

This European Standard was approved by CEN on 1995-09-09. CEN members
are bound to comply with the CEN/CENELEC Internal Regulations which
stipulate the conditions for giving this European Standard the status of a
national standard without any alteration.
Up-to-date lists and bibliographical references concerning such national
standards may be obtained on application to the Central Secretariat or to any
CEN member.
This European Standard exists in three official versions (English, French,
German). A version in any other language made by translation under the
responsibility of a CEN member into its own language and notified to the
Central Secretariat has the same status as the official versions.
CEN members are the national standards bodies of Austria, Belgium,
Denmark, Finland, France, Germany, Greece, Iceland, Ireland, Italy,
Luxembourg, Netherlands, Norway, Portugal, Spain, Sweden, Switzerland and
United Kingdom.

CEN

European Committee for Standardization
Comité Européen de Normalisation
Europäisches Komitee für Normung

Central Secretariat: rue de Stassart 36, B-1050 Brussels

© 1995 All rights of reproduction and communication in any form and by any means reserved in all 
countries to CEN and its members
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