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European foreword 

This document EN 1170:2024 has been prepared by Technical Committee CEN/TC 229 “Precast Concrete 
Products”, the secretariat of which is held by AFNOR. 

This European Standard shall be given the status of a national standard, either by publication of an 
identical text or by endorsement, at the latest by June 2025, and conflicting national standards shall be 
withdrawn at the latest by June 2025. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. CEN shall not be held responsible for identifying any or all such patent rights. 

This document supersedes EN 1170-1:1997, EN 1170-2:1997, EN 1170-3:1997, EN 1170-4:1997, 
EN 1170-5:1997, EN 1170-6:1997, EN 1170-7:1997 and EN 1170-8:2008. 

EN 1170:2024 includes the following significant technical changes with respect to EN 1170-1:1997, 
EN 1170-2:1997, EN 1170-3:1997, EN 1170-4:1997, EN 1170-5:1997, EN 1170-6:1997, EN 1170-7:1997 
and EN 1170-8:2008: 

— removal of the tests described previously in parts 1 to 4, not referred to in EN 1169; 

— modification of the dimensions of the mould for test boards; 

— increase of the load speed for the flexural strength test; 

— introduction of a sample volume determination by weighing in water; 

— provisions to allow the cutting of test coupons directly from products. 

Any feedback and questions on this document should be directed to the users’ national standards body. 
A complete listing of these bodies can be found on the CEN website. 

According to the CEN-CENELEC Internal Regulations, the national standards organisations of the 
following countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, Croatia, 
Cyprus, Czech Republic, Denmark, Estonia, Finland, France, Germany, Greece, Hungary, Iceland, Ireland, 
Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Republic of North 
Macedonia, Romania, Serbia, Slovakia, Slovenia, Spain, Sweden, Switzerland, Türkiye and the United 
Kingdom. 
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1 Scope 

This document specifies test methods for identifying the performance of a glassfibre reinforced concrete 
(GRC) composition in terms of bending strength, water absorption, dry density and dimensional 
variations. 

These methods can be used for type testing or for the evaluation of the uniformity of the production 
process. They can be used on GRC coupons prepared as described in this document, or on samples cut 
out of GRC products. 
NOTE  A test to assess the influence of time on the mechanical properties (i.e. LOP and MOR) is described for 
information in Annex C. Other methods can be found in scientific literature. 

2 Normative references 

The following documents are referred to in the text in such a way that some or all of their content 
constitutes requirements of this document. For dated references, only the edition cited applies. For 
undated references, the latest edition of the referenced document (including any amendments) applies. 

EN ISO 7500-1, Metallic materials — Calibration and verification of static uniaxial testing machines — Part 
1: Tension/compression testing machines — Calibration and verification of the force-measuring system (ISO 
7500-1) 

EN 15191, Precast concrete products — Classification of glassfibre reinforced concrete performance 

3 Symbols and abbreviated terms 

For the purposes of this document, the terms, definitions, symbols and abbreviated terms given in 
EN 15191 and the following symbols apply. 

ISO and IEC maintain terminology databases for use in standardization at the following addresses: 

— ISO Online browsing platform: available at https://www.iso.org/obp/ 

— IEC Electropedia: available at https://www.electropedia.org/ 

b width of test piece, in millimetres 

d thickness of test piece, in millimetres 

FLOP load at limit of proportionality, in newtons 

FMOR failure load, in Newtons 

l length of test piece, in millimetres 

L span, in millimetres 

Ln,0 distance between washers measured at the beginning of the test, in micrometres 

Ln,1 distance between washers measured after 96 h immersion, in micrometres 

Ln,2 distance between washers measured after 21 days drying in oven and 6 h stabilization, in 
micrometres 

ma mass of a test piece in air, in grammes 

md mass of a test piece after drying, “dry mass”, in grammes 

mst apparent mass of the immersed stirrup, in grammes 

mw apparent mass of the immersed test piece, in grammes 
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https://www.iso.org/obp/ui
https://www.electropedia.org/
https://doi.org/10.3403/30200446U?&urlappend=%26utm_campaign=pdfdoi%26utm_source=pdfdoi%26utm_medium=pdf
https://doi.org/10.3403/30200446U?&urlappend=%26utm_campaign=pdfdoi%26utm_source=pdfdoi%26utm_medium=pdf
http://www.avadocuments.com/doc/bs-en-1170-2024
http://www.avadocuments.com/doc/bs-en-1170-2024


EN 1170:2024 (E) 

5 

mwj mass of a test piece after immersion for “j” days, “wet mass”, in grammes 

mn,0 mass of test piece at the beginning of the test, in grammes 

mn,1 mass of test piece after 96 h immersion, in grammes 

mn,2 mass of test piece after 21 days oven drying and 6 h stabilization, in grammes 

V volume of a test piece, in cm3 

Υ water absorption by immersion, in percentage by mass 

ΔLOP deflection at limit of proportionality, in millimetres 

ΔMOR deflection at failure, in millimetres 

∆ cl

l
 

value of extreme dimensional variation, in millimetres per metre 

∆ el

l
 

value of expansion, in millimetres per metre; this is the arithmetic mean of the expansion 
values of the three test pieces tested 

∆ sl

l
 

value of residual shrinkage, in millimetres per metre; this is the arithmetic mean of the 
shrinkage values of the three test pieces tested 

εLOP strain at limit of proportionality 

εMOR strain at failure 

ρd dry density, in kg/m3 

ρw density of water, at 20 °C, taken as 998 kg/m3 

σLOP stress at limit of proportionality, in megapascals 

σMOR stress at failure, in megapascals 

4 Sampling and preparation of test pieces 

4.1 Apparatus 

Flat test board moulds with internal dimensions of not less than 500 mm × 500 mm with a (12 ± 0,5) mm 
upstand around the edges from which a minimum of 4 test coupons, each 275 mm minimum × (50 ± 2) 
mm can be cut; the test coupons shall be taken from the central area within a border approximately 
50 mm from each edge. 
4.2 Test coupons 

Make sample boards using the moulds described in 4.1 for each spray team, if Sprayed GRC, or mixer, if 
Premix GRC, per day or production shift, with no facing layer (solid GRC only) under the same conditions 
as for the actual production they represent. 

Where the direction of production can have an influence on the results, Annex A may apply. 

Demould and store the sample boards under the same conditions as for the actual production they 
represent. 

Cut out by sawing in each panel, at a minimum distance of 50 mm from the edges, 4 test coupons from 
the positions illustrated in Figure 1. 

Mark the test coupons as shown in Figure 1. 
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Dimensions in mm 

 
Key 

TC1 to TC4 test coupons for bending strength 
TC5 to TC8 test coupons for water absorption and dry density 
TZ test zone 

Figure 1 — Position and identification of test coupons 

Dimensions of the test coupons: 

— width: (50 ± 2) mm, 

— length: minimum 275 mm. 

The test board method is the reference method, but in some cases, it may be considered necessary to cut 
coupons directly from products. In this case, Annex B applies. 

Storage of the test boards/coupons: 

The test coupons shall be stored/cured under the same conditions as the products which they represent. 

5 Bending strength 

5.1 General 

This clause specifies a test method for identifying the stress and deformation performance, at the limit of 
proportionality and on failure, of a GRC composition subjected to bending. 
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