BRITISH STANDARD BS EN
1183 : 1997

Materials and articles in
contact with foodstuffs —

Test methods for thermal
shock and thermal shock
endurance

The European Standard EN 1183 : 1997 has the status of a
British Standard

ICS 67.250

NO COPYING WITHOUT BSI PERMISSION EXCEPT AS PERMITTED BY COPYRIGHT LAW w
AW J

Document Sharing Hub

Full document details: BS EN 1183:1997


http://www.avadocuments.com/doc/bs-en-1183-1997
http://www.avadocuments.com/doc/bs-en-1183-1997

BS EN 1183 : 1997

This British Standard, having
been prepared under the
direction of the Consumer
Products and Services Sector
Board, was published under the
authority of the Standards Board
and comes into effect on

15 September 1997

© BSI 1997

The following BSI references
relate to the work on this
standard:

Committee reference CW/29
Draft for comment 93/311360 DC

ISBN 0 580 27673 2

Committees responsible for this
British Standard

The preparation of this British Standard was entrusted to Technical Committee
CW/29, Tableware, upon which the following bodies were represented:

Association of Consulting Scientists
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British Ceramic Gift and Tableware Manufacturers’ Association
British Ceramic Research Ltd.
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Co-operative Union
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Department of Trade and Industry, Consumer Safety Unit
Stoneware Potteries Association
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National foreword

This British Standard has been prepared by Technical Committee CW/29 and is the
English language version of EN 1183 : 1997 Materials and articles in contact with
JSoodstuffs — Test methods for thermal shock and thermal shock endurance, published
by the European Committee for Standardization (CEN).

Compliance with a British Standard does not of itself confer immunity
from legal obligations.

Summary of pages

This document comprises a front cover, an inside front cover, pages i and ii, the EN
title page, pages 2 to 6, an inside back cover and a back cover.
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