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National foreword

This British Standard is the official English language version of 
EN 1186-12:2002. It supersedes DD ENV 1186-12:1995 which is withdrawn.

The UK participation in its preparation was entrusted by Technical Committee 
CW/47, Materials in contact with food, to Subcommittee CW/47/1, Migration 
from plastics, which has the responsibility to: 

A list of organizations represented on this subcommittee can be obtained on 
request to its secretary.

Cross-references
The British Standards which implement international or European 
publications referred to in this document may be found in the BSI Standards 
Catalogue under the section entitled “International Standards Correspondence 
Index”, or by using the “Find” facility of the BSI Standards Electronic 
Catalogue.
A British Standard does not purport to include all the necessary provisions of 
a contract. Users of British Standards are responsible for their correct 
application.

Compliance with a British Standard does not of itself confer immunity 
from legal obligations.

— aid enquirers to understand the text;

— present to the responsible European committee any enquiries on the 
interpretation, or proposals for change, and keep the UK interests 
informed;

— monitor related international and European developments and 
promulgate them in the UK.

Summary of pages
This document comprises a front cover, an inside front cover, the EN title page, 
pages 2 to 19 and a back cover.

The BSI copyright date displayed in this document indicates when the 
document was last issued.
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Foreword

This document EN 1186-12:2002 has been prepared by Technical Committee CEN/TC 194 "Utensils in contact
with food", the secretariat of which is held by BSI.

This European Standard shall be given the status of a national standard, either by publication of an identical text or
by endorsement, at the latest by October 2002, and conflicting national standards shall be withdrawn at the latest
by October 2002.

This document supersedes ENV 1186-12:1995.

This European Standard is one of a series of methods of test for plastics materials and articles in contact with
foodstuffs.

This document has been prepared under a mandate given to CEN by the European Commission and the European
Free Trade Association, and supports essential requirements of EC Directive(s).

For relationship with EC Directive(s), see informative annex ZA, which is an integral part of this document.

At the time of preparation and publication of this standard the European Union legislation relating to plastics
materials and articles intended to come into contact with foodstuffs is incomplete.  Further Directives and
amendments to existing Directives are expected which could change the legislative requirements which this
standard supports.  It is therefore strongly recommended that users of this standard refer to the latest relevant
published Directive(s) before commencement of any of the test or tests described in this standard.

EN 1186-12 should be read in conjunction with EN 1186-1, EN 1186-2, EN 1186-4, EN 1186-6 and EN 1186-8.

Further Parts of this standard have been prepared concerned with the determination of overall migration from
plastics materials into food simulants.

Their titles are as follows:

EN 1186 Materials and articles in contact with foodstuffs – Plastics -

Part 1 Guide to the selection of conditions and test methods for overall migration

Part 2 Test methods for overall migration into olive oil by total immersion

Part 3 Test methods for overall migration into aqueous food simulants by total  immersion

Part 4 Test methods for overall migration into olive oil by cell

Part 5 Test methods for overall migration into aqueous food simulants by cell

Part 6 Test methods for overall migration into olive oil using a pouch

Part 7 Test methods for overall migration into aqueous food simulants using a pouch

Part 8 Test methods for overall migration into olive oil by article filling

Part 9 Test methods for overall migration into aqueous food simulants by article filling

Part 10 Test methods for overall migration into olive oil (modified method for use in cases where
incomplete  extraction of dewaxed sunflower oil occurs)

Full document details: BS EN 1186-12:2002

http://dx.doi.org/10.3403/00584083
http://dx.doi.org/10.3403/02570413U
http://dx.doi.org/10.3403/02571183U
http://dx.doi.org/10.3403/02570322U
http://dx.doi.org/10.3403/02570346U
http://dx.doi.org/10.3403/02570361U
http://dx.doi.org/10.3403/02570397U
http://www.avadocuments.com/doc/bs-en-1186-12-2002
http://www.avadocuments.com/doc/bs-en-1186-12-2002


EN 1186-12:2002 (E)

4

Part 11 Test methods for overall migration into mixtures of  14C-labelled synthetic triglyceride

Part 13 Test methods for overall migration at high temperatures

Part 14 Test methods for 'substitute tests' for overall migration from plastics intended to come into
contact with fatty foodstuffs using test media iso-octane and 95 % ethanol

Part 15 Alternative test methods to migration into fatty food simulants by rapid extraction into iso-
octane and/or 95 % ethanol

According to the CEN/CENELEC Internal Regulations, the national standards organizations of the following
countries are bound to implement this European Standard: Austria, Belgium, Czech Republic, Denmark, Finland,
France, Germany, Greece, Iceland, Ireland, Italy, Luxembourg, Malta, Netherlands, Norway, Portugal, Spain,
Sweden, Switzerland and the United Kingdom.
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1 Scope

This Part of this European Standard specifies test methods for the determination of the overall migration into fatty
food simulants from plastics materials and articles, by total immersion of test specimens in a fatty food simulant at
temperatures from 5 ° C, up to and including 20 ° C, for selected times.

This method is most suitable for plastics in the form of films and sheets, but can be applied to a wide range of
articles or containers from which test pieces of a suitable size can be cut.

The fatty food simulant used in these test methods is dewaxed sunflower oil since, unlike olive oil, remains liquid at
the lower test temperature.

The test method described is applicable to most types of plastics, although there are some plastics for which it is
known not to be applicable.

2 Normative references

This European Standard incorporates by dated and undated reference, provisions from other publications.  These
normative references are cited at the appropriate places in the text, and the publications are listed hereafter. For
dated references, subsequent amendments to and revisions of any of these publications apply to this European
Standard only when incorporated in it by amendment or revision.  For undated references the latest edition of the
publication referred to applies (including amendments).

EN 1186-1:2002, Materials and articles in contact with food – Plastics – Part 1: Guide to the selection of conditions
and test methods for overall migration.

EN 1186-2:2002, Materials and articles in contact with food – Plastics – Part 2: Test methods for overall migration
into olive oil by total immersion.

EN 1186-4:2002, Materials and articles in contact with food – Plastics – Part 4: Test methods for overall migration
into olive oil by cell.

EN 1186-6:2002, Materials and articles in contact with food – Plastics – Part 6: Test methods for overall migration
into olive oil using a pouch.

EN 1186-8:2002, Materials and articles in contact with food – Plastics – Part 8: Test methods for overall migration
into olive oil by article filling.

3 Overall migration into dewaxed sunflower oil by total immersion

3.1 Principle

The overall migration from a sample of the plastics is determined as the loss in mass per unit of surface area
intended to come into contact with foodstuffs.

The selection of the conditions of test will be determined by the conditions of use, see clauses 4, 5 and 6 of EN
1186-1:2002.

Test specimens of known mass are immersed in dewaxed sunflower oil for the exposure time, at temperatures from
5 ° C up to and including 20 ° C, then taken from the dewaxed sunflower oil, blotted to remove oil adhering to the
surface, and reweighed.
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