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ii  BSI 1997

BS EN 12025 : 1997

National foreword

This British Standard has been prepared by Technical Committee PKW/3 and is the
English language version of EN 12025 : 1996 Self adhesive tapes Ð Measurement of
tear resistance by the pendulum method, published by the European Committee for
Standardization (CEN).

Compliance with a British Standard does not of itself confer immunity
from legal obligations.

Summary of pages

This document comprises a front cover, an inside front cover, pages i and ii,
pages 1 to 8, an inside back cover and a back cover.
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This European Standard was approved by CEN on 1996-04-19. CEN members are
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without any alteration.
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This European Standard exists in three official versions (English, French, German).
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