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Ð present to the responsible European committee any enquiries on the
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them in the UK.

A list of organizations represented on this subcommittee can be obtained on request
to its secretary.
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Foreword

This European Standard has been prepared by Technical Committee CEN/TC 104, Concrete (performance,
production, placing and compliance criteria), the Secretariat of which is held by DIN.

This European Standard shall be given the status of a national standard, either by publication of an identical text
or by endorsement, at the latest by November 1999, and conflicting national standards shall be withdrawn at the
latest by November 1999.

According to the CEN/CENELEC Internal Regulations, the national standards organizations of the following
countries are bound to implement this European Standard: Austria, Belgium, Czech Republic, Denmark,
Finland, France, Germany, Greece, Iceland, Ireland, Italy, Luxembourg, Netherlands, Norway, Portugal, Spain,
Sweden, Switzerland and the United Kingdom.

It has been prepared by Subcommittee 8, Products and systems for the protection and repair of concrete
structures (Secretariat AFNOR).

This European Standard describes several types of test methods:

—  prEN 12192–1, Products and systems for the protection and repair of concrete structures —  Test
methods —  Granulometry size grading —  Part 1: Method for dry components of premixed mortars;

—  EN 12192–2, Products and systems for the protection and repair of concrete structures —  Test
methods —  Granulometry size grading —  Part 2: Method for fillers for polymer bonding agents.

Specifications for the products and systems for the repair and the protection of concrete structures will be the
subject of separate standards.
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