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European foreword 

This document (EN 12274-4:2018) has been prepared by Technical Committee CEN/TC 227 “Road 
materials”, the secretariat of which is held by DIN. 

This European Standard shall be given the status of a national standard, either by publication of an 
identical text or by endorsement, at the latest by September 2018, and conflicting national standards 
shall be withdrawn at the latest by September 2018. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. CEN shall not be held responsible for identifying any or all such patent rights. 

This document supersedes EN 12274-4:2003. 

Compared with EN 12274-4:2003, the following changes have been made: 

a) The requirement for five samples for test has been removed, permitting the actual number to be 
determined in the producer’s method statement. Precision for five and three samples is being 
evaluated. 

b) The temperature to facilitate drying has been increased from 100 °C to 110 °C. 

c) The rubber foot is now specified in terms of IRHD to ISO 48. 

d) The possibility of usage of automatic equipment added. 

e) Various Notes have been changed to standard text to clarify the requirements and improve 
precision. 

f) Assessment of the samples (uneven profile, loss of aggregate, etc.) is reported as this affects the 
result. 

g) Visual assessment of the samples after test is graded according to photographs that have been 
added. 

This European Standard is one of a series of standards as listed below: 

— EN 12274-1, Slurry surfacing — Test methods — Part 1: Sampling of slurry surfacing mixture 

— EN 12274-2, Slurry surfacing — Test methods — Part 2: Determination of residual binder content 
including preparation of samples 

— EN 12274-3, Slurry surfacing — Test methods — Part 3: Consistency 

— EN 12274-4, Slurry surfacing — Test methods — Part 4: Determination of cohesion of the mix 

— EN 12274-5, Slurry surfacing — Test methods — Part 5: Determination of the minimum binder 
content and wearing resistance 

— EN 12274-6, Slurry surfacing — Test methods — Part 6: Rate of application 

— EN 12274-7, Slurry surfacing — Test methods — Part 7: Shaking abrasion test 
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— EN 12274-8, Slurry surfacing — Test methods — Part 8: Visual assessment of defects 

According to the CEN-CENELEC Internal Regulations, the national standards organisations of the 
following countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, 
Croatia, Cyprus, Czech Republic, Denmark, Estonia, Finland, Former Yugoslav Republic of Macedonia, 
France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, 
Netherlands, Norway, Poland, Portugal, Romania, Serbia, Slovakia, Slovenia, Spain, Sweden, Switzerland, 
Turkey and the United Kingdom. 
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